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NATTONAL ADVISORY COMMITTEE FOR AERONAUTICS
TECHNICAL NOTE 3276

PROPERTIES OF ATRCRAFT FUELS'

By Henry C. Barnett and Robert R. Hibbard

SUMMARY

Since publication of the NACA RM's E53A21 and E53T16, interest in
fuel properties at high temperature bhas increased. Thisg interest is
prompted by problems arising from the possible use of fuel as a heat sink
in supersonic aircraft now being designed. For this reason, the two pre-
vious publications have been combined, and wherever possible the date
have been extended to cover properties of fuels up to temperatures as
high as 400° F. Recently avalleble data on properties not included in
the original complletions have been introduced in the present report,
and some of the existing data on fuel characteristics have been revised
to improve accuracy and utility.

INTRODUCTION

During recent years, specificetions for Jet-engine fuels have under-
gone considerable change as & result of the continuous growth in under-
standing of what may be required of a fuel with regard to availability,
performance, and handling. Although necessary, the constant changing of
gpecifications has to some extent imposed a handicep on those portions
of the aeronautical industry that must rely on fixed fuel properties for
design purposes. This is particularly true of the aircraft manufacturer
whose job it is to combine airframe, engine, and fuel into a satisfactory
flight vehicle.

The most serious problem involving fuel that confronts the aircraft
manufacturer is the problem of fuel-system design; and, because of the
obvious importance of the fiuel system to ultimate reliability of the
alrecraft, it 1s essentisl that existing knowledge of fuel characteristics
be made avallable to the designer. Past experience of the fuel-system
designer has been built upon knowledge of the characteristics and per-
formance of aviation gasoline as applied to aircraft powered by the con-
ventional piston engine. Although the "feel" or “know how" gained from
this experience is invaluable, the widely different characteristics of

1Thig report supersedes NACA RM's ES3AZ21 and ES53116 by the same authors.




2 NACA TN 3276

Jet-engine fuels compared with aviation gasoline somewhat 1imit the ap-
plicability of existing fuel-system-design data to current and proposed
Jet aircraft.

Considerable information has been acquired on the characteristics of
Jjet-engine fuels; however, the data are scattered throughout the technical
literature and are not readily obtainable. This report has been written
in order to provide a single source of date on jet-engine fuel properties
for use in fuel-system design. Much of this information is incomplete
and must necessarily be extended as results of research now in progress
become available.

In addition to information on fuel properties, this report includes
discussions of fuel specifications, the variations among fuels supplied
under a given specification, fuel composition, and the pertinence of
fuel composition and physical properties to fuel-system design. In
some instances, the influence of external varisbles such as pressure and
temperature on physical properties is indicated. Two appendixes are
included. Appendix A briefly reviews the various laboratory test pro-
cedures that are required by military specifications and indicates the
significance of each to aircraft performance. In appendix B are some of
the data that were used to estimate the accuracy of a few of the relations
that are presented in the body of the report.

The data presented are restricted to current jet-engine fuels and
several fuels of possible interest in the future. For fuels other than
these, it is suggested that references 1 and 2 be consulted for informa-
tion on properties and performance characteristics. Throughout the text,
numerous references are cited in order to provide the reeder with sources
of information containing more detail than is practical in the present
report.

Special acknowledgement is due Major L. G. Burns and Ceptain J. V.
Hitchcock, Wright Air Development Center, Dayton, Ohio, for assistance in
the collection of reference material.

FUEL COMPOSITION

Jet-engine fuels are substantially 100-percent-hydrocarbon mixtures,
and any given fuel may contain several thousend individual hydrocarbon
compounds. For example, aviation gasoline within its narrow bolling range
may contain as many as 300 individual hydrocarbons, - whereas JP-4 fuel with

its wide boiling range may contain as many as 5,000 to 10,000 hydrocarbons.

The distribution of hydrocarbons found in petroleum-~derived fuels varies
from one crude-oil source to another; however, the refiner can, by con-
trel of refining methods, meet the physical and thermal property require-
ments of aircraft use. Only very small quantities, rarely exceeding 1

eyse
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percent, of nonhydrocarbon compounds are likely to be present in aircraft
fuels. The hydrocarbons found in Jet~engine fuels may be divided into
four classes: paraffins, cycloparaffins, aromatics, and olefins.

Paraffins and Cycloparaffins

Paraffins have a chain-like structure of carbon atoms, and cyclo-
paraffins contain rings of carbon atoms with the rings usually composed
of five or six carbon atoms. ZExamples of these compounds are illustrated
as follows:

i H
H-C-H E-é-H
HHHH
NS 5
- T P10
HHHEEH H l H H H
H-E-H
Straight-chain paraffin Branched-chain paraffin
(n-pentane) (2,2,4-trimethylpentane or isococtane)
E HE H H
BN/ % BAE G
I/C\l H- C—C—¢—H
H- -H
(O / A
E—C C—H H\/C/H
H H B
Cycloparaffin Cycloparaffin
( eyclopentane) (ethyleyclohexane)

Paraffins and cycloparaffins are very similar in most of their properties
and together make up 75 to 90 percent of most aircraft fuels. They are
gtable in storage, clean-burning, and do not attack any normal construc-
tion material. The paraffins are the least dense of the hydrocarbons and
have the highest heats of combustion per unit weight and the lowest per
unit volume. Cycloparaffins are more dense than paraffins but their den-
sities do not approach those of aromatics discussed in the following
section. ’

[ - e et ey . < et . et e A o . e e . A e e = e rwin soe o
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Aromatics

Aromatics are those hydrocarbons that contain the characteristic six~
member benzene ring. The three classes of aromatics are: single-ring
aromatics, multiring aromatics with no two rings sharing a single carbon
atom, and multiring aromatics with two rings sharing two common carbon
atoms. All members of the latter two classes have boiling points above
400° F, as do some members of the first class. Examples of the three
classes of aromatics are as follows:

I :
A
VY
\ 71T

g H H H

H
Single-ring aromatic Multiring aromatic
(benzene) with no common carbon atom
(biphenyl)

H H

]
VAVAY:
(1)
Hf\T/\/‘H-
Vo

Multiring aromatic
with two common carbon atoms
(naphthalene)

The concentration of aromatics of all classes is limited to a maxi-
mum of 25 volume percent by present jet-fuel specifications, but currently
available fuels usually contain about 10 to 15 percent total aromatics and
0.5 to 3.0 percent of the multiring type; most of the latter are believed
to be of the type in which two carbon atoms are shared by two rings.
Aromatics are stable in storage, smoky in ‘burning, have high solvency

eyse
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powers, and tend to swell many elastomers. As a class, the aromatics
have the highest densities of the hydrocarbon compounds and have the low-
est heats of combustion per unit weight and the highest per unit volume.

Olefins

An olefin is a hydrocarbon that has a characteristic carbon-to-
carbon double bond, this bond being more reactive chemically than those
in eromatic hydrocarbons. The carbon atoms in the molecule may be ar-
ranged in a chain (aliphatic olefin), in a ring (cycloolefin), or on a
chain attached to an aromstic ring (aromatic olefin). Some olefins may
have two or more carbon-to-carbon double bonds, in which case they are
called polyolefins (usually diolefins). Examples of olefin structures
are as follows:

I
H H H—C—H H H T
| f ‘ H 1]
¢=C—C—C—H | C=C—C==
] e—=—ex [ |
H H H | | H H
H H

Monoolefin Monoolefin Diolefin
(butene-1) (isobutene) (1,3-butadiene)

T H

/N
e
e \/

H
Cycloolefin Aromatic olefin
(cyclohexene) (styrene)

Olefins are limited in jet fuels by the specification of a maximum
bromine number. For Jet-engine fuels, the maximum olefin content is 5.0
percent by volume.
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Some types of aromatic olefins and diolefins are very reactive and,
in the presence of catalysts, will polymerize to form high-molecular-
weight gum. For example, the members of these classes shown (styrene
and 1,3-butadiene) are polymerized industrially to form GR-S synthetic
rubber. Atmospheric oxygen or traces of some metals can act as cabalysts.
These highly reactive hydrocarbons are present in very low concentrations
(below 0.2 percent) and are indirectly limited in marketed fuels by the
accelerated gum test included in aircraft fuel specifications. Olefins
are nearly as clean burning as paraffins and are intermediate between
paraffins and cycloparaffins in such properties as density and heating
values on both weight and volume bases.

Nonhydrocarbons

Nonhydrocarbon compounds that may be present in aviation fuels con-
tain sulfur, oxygen, or nitrogen. Sulfur compounds are found in greater
concentration than oxygen or nitrogen compounds. The present specifica-
tions for Jet-engine fuels limit the total sulfur content to a maximm of
0.4 percent by weight. Sulfur may be present as thiophenols, mercaptans,
sulfides, disulfides, thiophenes, thiophanes, and possibly as free

sulfur.

Thiophenols and mercaptans are slightly acidic and are usually
removed by caustic washing or varietions thereof in refinery processing.
Thiophenol is an unlikely component in adequately processed fuels, and
mercagptan sulfur is limited in the present specifications to a maximum
of 0.005 percent by weight. Merceptans are undesirable components of
aviation fuels because of thelr extremely disagreeable odor and corrosive
tendencies toward cadmium. Other sulfur compounds mentioned in the fore-
going discussion are believed to be innocuous in the concentrations

encountered.

Oxygen may be present in very small quantities as phenols or
naphthenic acids. The latter compounds mey have some objectionable cor-
rosive properties. Caustic washing will completely remove these com-
pounds in normal refinery practice. No 1limit on the presence of such
compounds is included in the current aircraft fuel -specifications.

Nitrogen compounds are present in aircraft fuels in trace quantities
only; however, there 1s evidence that these compounds contribute to gum

formation.

Fuel gum consists of high-molecular-weight, nonvolatile organic
compounds containing hydrogen, carbon, and oxygen and possibly sulfur
and nitrogen. Gum is found in marketed fuels up to the amount permitted
by specifications, usually 7 milligrams per 100 milliliters or about
0.01 percent by weight. Additional gum mey form during storage because

evse
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of the presence of reactive material. Gum compounds may be soluble or
insoluble and, in the latter case, may cause filter clogging and controls
sticking. Within limits of current specifications, there is no indica-
tion that gum will affect the combustion process.

ATRCRAFT FUEL SPECIFICATIONS

The requirements for various aircraft fuels under current specifilca-
tions are presented in table I. The first four columns of this table
list the permisgible limits on physical properties for gasolines now used
by the military services. The remaining columns present requirements for
four turbojet fuels. A discussion of aircraft fuel specifications and
thelr significance 1s presented in appendix A.

Aviation Gasolines

The limits of the properties for the first three gasolines of table
I are all the same with the exception of antiknock value (fuel grade).
The fourth and highest performance fuel (grade 115/145) differs in
heat of combustion and aniline-gravity product. The limits for each
property are based upon years of experience and research on performance
of fuels in piston engines. For example, controls are maintained on fuel
sulfur and gum content in order to promote engine reliability as to clean-
liness and long life; heat of combustion is limited in order to ensure
optimum fuel economy and long range; freezing point is limited to promote
reliability of fuel-system performance in cold-weather operations; vola-
tility, as exemplified by the A.S5.T.M. distillation curve and Reid vapor
pressure, is limited to promote satisfactory starting, absence of vapor
lock, and minimum weathering. All the numerical limits on these proper-
ties represent compromises between over-all performance and availability
needs. .

. Jet-Engine Fuels

The introduction of the turbojet engine to the field of ailrcraft
propulsion brought about an entirely new set of fuel requirements. The
first turbojets utilized MIL-F-5616 (JP-1) fuel; however, it was quickly
recognized that large fleets of jet alrcraft operating under all-out
emergency conditions would consume considerably more JP-1 fuel than would
be available from crude petroleum with existing refinery equipment. As
a result, during the next several years intense effort was devoted to the
development of & turbojet fuel specification satisfactory from performance
a8 well as availability considerstions. The process of developing such a
specification is gradual and must necessarily parallel engine development
and changes in fuel performance requirements.

— s e e —— ——— e ———— ——
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The stepwlse development of the current MIL-F-5624C Jjet-fuel speci-
fication provides an example of the influence of fuel and engine research
on specification requirements. Table II shows that the original proposal
for JP-3 fuel was made in January, 1947. The requirements for this fuel
were largely dictated by the desire to establish a military fuel of max-
imum avallability; however, a few of the limits on certain properties
were baged upon research data and operational experience that had been
obtained at that time.

In December, 1947, the first specification AN-F-58 was established
for JP-3 fuel. Some of the restrictions on the physical properties of
this fuel differed from those of the original proposal. These changes
resulted because some of the requlrements had been shown by systematic
performance research to be unnecessarily restrictive and others were too
liberal. For example, a limitation on bromine number, a measure of un-
saturated hydrocarbon content of a fuel, was included because it was
suspected that unsaturated hydrocarbons promoted carbon deposition in
engines and greatly increased gumming tendencies. At the seme time the
requirements on gum content were liberalized. Other changes as discussed
previously were based upon avallability and performance considerations.

The second revision of the JP-3 specification was made in March,
1949, and the designation was changed to AN-F-58a and later to MIL-F-5624.
At that time the permissible aromatic content was lowered to 25 percent
by volume, and the bromine number was increased to 30. These changes
were made because it had been found that aromatic content was more sig-
nificant than bromine number as & factor in carbon-forming tendency. The
March, 1949, revision added limits to specific gravity (0.728 to 0.802),
because of the lmportance of this factor to aircraft design.

The JP-3 specification remained unsltered until May, 1951, at which
time the mercapten sulfur content was limited to & meximum of 0.005 per-
cent by weight. This revision resulted from corrosion difficulties,
possible rubber swell problems, and objectionasble odors that were being
encountered during engine tests.

Throughout the growth of the JP-3 specifications, considerable oppo-
sition to the high volatility of the fuel was voiced because of the
excessive entrainment (slugging) .losses that occurred during rapid climb.
In spite of these losses, there was considerable reluctance to decrease
volatility, because of expected difficulties in engine starting, cold-
weather performance, and increased tank explosion hazard. The arguments
against lower volatility were mitigated by the results of engine perform-
ance studies that indicated satisfactory operation on a fuel similar in
some characteristics to JP-3 fuel but having a Reid vapor pressure of
2.0 to 3.0 pounds per squere inch. This range of vapor pressure repre-
sented a compromise between the desired engine performance and fuel
availability. Because of this drastic change in volatility, the new fuel

eyee
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became known as JP-4 under the specificetion issued in May, 1951, (table
IT). The change in Reid vapor pressure was accompanied by the elimination
of the 90-percent distillation requirement and the addition of a maximum
limit of 250° F on the 10-percent distillation point. The limitation of
the 10-percent point, in effect, places a more precise restriction on the
minimum voletility of the fuel,  since the accuracy of the Reid-vapor-
pressure determination is questionable at pressures as low as 2 pounds

per square inch. The change in volatility also required new specific-
gravity limits. .

In December, 1953, the JP-4 specification was altered to eliminate
the 10-percent and end-point requirements and to add limiting values on
the 20-, 50-, and 90-percent points on the disgtillation curve. The revi-
slon was made to prevent the use of exceptionally heavy petroleum stocks
that could meet the 1lO0-percent requirement by the addition of a small
quantity of a very volatile component such as butane. Although such
blends could meet the over-all specification, the volatile component is
easlly lost by weathering in storage and in flight; and the remaining
heavy portion would not be suiteble for aircraft use.

At the time A.S.T.M. distillation requirements were revised, in
December, 1953, the API gravity range was narrowed to 10°. This change
weas made to ease the burden of the airframe and engine designers in
development of fuel systems and fuel controls. The 10° APTI spread was
considered the minimum that could be tolerated without a severe loss in
fuel availability. In addition to the foregoing changes, the maximum
limits on existent and potential gum were lowered and a smoke-volatility
index was added to ensure clean-burning fuels.

The MIL-F-5624C specification was introduced in May, 1955, and in-
corporates changes in voletility and specific gravity. These changes were
dictated more by the desire for universal availability than by technical
considerations. That is, emergency use would involve operation of gir-
craft on fuels avallable throughout the world; therefore, broadening of
the specification was needed to permit engine development for the maximum
variations in fuels that might occur.

The current MII-F-5624C (JP-4) fuel is accepted as the primary mil-
itary fuel for turbojet alircraft; however, an additional fuel, MIL-F-
5624C (JP-5), has been established to control the properties of a special
blending component for use in naval aircraft operations. This component
resembles a high-flash-polnt kerosene and in epplication is blended 2 or
3 parts by volume with 1 part by volume MIL-F.-5572 (115/145 grade) avia-
tion gasoline. The properties of fuel blends of this type are presented
in table IIT together with properties of the individual blend components.
A comparison of data for the special blends with table I indicates that
with the exception of freezing point and 50-percent-distillation point
the properties of the two components combine to meet the JP-4
specifications.
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Fuel Oils

There are, of course, no alrcraft specifications for fuel oils; how- .
ever, these materials have from time to time excited interest as possible
comnercial jet-aircraft fuels. Fuel oils are currently marketed for
household and industriel uses under the specifications shown in table IV.

These specifications would undoubtedly be modified if fuel oills were
applied to alrcraft powerplants. There is no means of predlcting these
alterations; consequently, for the purposes of subsequent dlscussion,

the variation of fuel properties under a given gpecification will be con-
sidered in comparison with the existing specificatlons under which fuel
olls are marketed.

eyse

The fuel oils are derived from distillate and residual fractions of
petroleum and are commonly identified by numbers (table IV) corresponding
to the various specification requirements. The more conventional uses
of the distillate fuels (numbers 1 and 2) are for home heating, Diesel
engines, and industrial heating where it is impractical to heat the fuel
to improve flow characteristics. Residusl fuels (numbers 4, 5, and 6)
are residues from petroleum stills that are blended with less viscous
materials. These fuels are used where it is feasible to heat the fuel.

TYPICAL, INSPECTION DATA FOR JET-ENGINE FUELS AND FUEL OILS
Jet-Engine Fuels

The gpecifications discussed in the foregoing section have been
developed to ensure satlsfactory handling properties and performance and
adequate availebility, but the nature of petroleum is such that marketed
fuels may vary considerably in physical properties and still meet the
specification requirements. This fact complicates fuel-system design
inasmuch as an accepteble system is expected to function reliebly even
with fuels representing the extremes in physical properties that might
be procured under a given specification. In order to illustrate varia-
tions to be expected in the properties of fuels of the same grade, rep-
resentative inspection data have been compiled in tables V to VII.

The data shown in tables V to VII indicate that wide variations can
and do occur in fuels meeting the various specifications. With respect
to fuel-system design, however, it is importent to know what the maximum
ranges of variation may be for the different fuel properties. For this
reason, a number of fuel-inspection sheets, in addition to those shown
in tables V to VII, have been examined to establish these ranges. These
data are summsrized in table VIII. Data for JP-5 fuel were supplied by
the Bureau of Aeronasutics, Department of the Navy. Data for JP-4 and
JP-3 fuels are from references 3 and 4, respectively.
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In addition to the properties shown in table VIII, there are other
properties that are useful in evaluation of thermal characteristics dis-
cussed later in this report. These additional properties are estimated
for the average Jet fuels in table VIII by methods described in reference
1. The results are shown in table IX. )

Fuel Oils

Data on physical properties of samples of fuel olils are compared,
and the variations to be expected under existing specifications (table
IV) are shown in table X. Data for fuel oils 1, 2, and 4 were compiled
from surveys of the U. S. Bureau of Mines (refs. 5 to 7). Data on fuel
oils 5 and 6 are gquite scarce; therefore, it has been necessary to com-
pare the properties of single samples of these two fuels with averages
for the three lower grades. Additional properties for average fuel oils
of the lighter grades are also shown in table IX.

PHYSICAL PROPERTIES OF FUELS

In connection with the discussion of table VIII, it is shown that,
for the purposes of fuel-system design, it is lmportant to know the var-
iation of physical.properties among fuels supplied under a given speci-
fication. It is equally important to know how a given physical property
will vary with environmental changes; that is, how properties such as
density or volatility may vary with temperature. In the succeeding para-
graphs, the effects of these envirommental changes are discussed for
physical properties of particular interest in fuel-system design.

Density

Fuel density is of interest 1n airframe design since it controls
weight loadings with completely full tanks; and, when combined with the
heat of combustion, it is used in flight-range calculations. Density is
also a factor in the calibration of tank gages and fuel-metering devices.

Density is commonly expressed in terms of true density (mass per
unit volume), specific gravity relative to water at 60° F, or APT (American
Petroleun Institute) gravity. These terms are interrelated by the follow-
ing equations at 60° F:

Density (1b/cu ft) = 62.43 x specific gravity (1)
Density (1b/gal) = 8.347 x specific gravity (2)
OAPT 141.5 - 131.5 (3)

= Specific gravity (6007600 F)

These equations are presented graphically in figure 1.
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Density is not specified for reciprocating-engine fuels and, in
practice, covers a fairly narrow range for a single grade of fuel. A
much wider range is found under a single jet-fuel specification, and
limits on API gravity have been established for jet fuels. These limits
in terms of specific gravity at 60° F and in API gravity are given in
teble I. A range of 10° to 12° API is permitted in the current JP-3,
JP-4, and JP-5 specifications.

Fuel density decreases with increasing temperature. Several methods
are available in the literature for estimating this change. The follow-
ing equation gives the most easily used method:

Py = Pgo[L + Coyx(60 - t)] (4)
where
Cox mean coefficient of thermal expansion
t temperature, °r
Py specific gravity at temperature t©
P60 specific gravity at 60° F

Values of Cgy for use with equation (4) are given in figure 2 for vary-
ing 60° F gravities.

However, over wide ranges of temperature and pressure, more precise
estimates of gravity require more complex procedures. A plot of specific
gravity up to the critical temperature and up to pressures of 600 pounds
per square inch is given in reference 8 for fuels of varying 60° F gravi-
ties. Expansion ratio (i.e., specific gravity at 60° F/specific gravity
at t) is correlated with a modulus containing 600 F gravity and viscosity
in references 9 and 10. The latter reference states that the use of this
modulus permits the accurate prediction of specific gravity for a variety
of fuels almost to their critical temperatures. Specific gravity at vary-
ing temperatures and pressures is correlated with the pseudoecritical
properties of the fuels (ref. 11). The molal average boiling points and
the characterization factors of fuels have been used to estimate expansgion
ratios (ref. 1). Both the critical constants required in reference 11 and
the boiling points and factors required in reference 1 can be easily esti-
mated from A.S.T.M. distillation and API gravity data. Severasl of these
methods are compered ageinst one set of experimental data (ref. 12) in
appendix B-1. Equation (4) is recommended for temperatures up to 400° F.

The effect of changling temperatiure on the specific gravities of fuels
is shown in figure 3. Curves asre presented for jet-engine fuels and fuel

eyse
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0ils having minimum, average, and maximum specific gravities. These
curves were calculated from equation (4) and figure 2 using specific
gravities at 60° F from tables VIII and X. Meximum and minimum limits
from specifications are shown. In the case of JP-1 fuel (fig. 3(a)),
there is no minimum specific gravity (table I); however, the flash-point
requirement, 110° F, indirectly controls the minimum gravity. Examina-
tion of figure 3 shows that the specific gravity of individual samples
of fuels may vary widely from average values. The difference is greatest
at the highest temperature and msy be as much as 6L percent for Jet fuels

and 8% percent for fuel oils. 2

In figure 3(b) the maximum and minimum curves for the actual fuel
samples lie outside the limits of the specification. Most of these
semples were procured under the MIT-F-5624A specification (table II) and
do not meet the more restrictive gravity range now required by the cur-
rent MIL-F-5624C specification. Regardless of this fact, the average
curves shown in these figures would be expected to be about the same for
both specifications.

The specific-gravity - temperature relations for the average quality
fuels are shown in figure 3(h). Typical samples of aviation gasoline and
fuel oils numbers 5 and 6 are included for comparison. Considering gaso-
line to be the reference fuel, the ratios at 60° F of the specific gravi-
ties of the other fuels (fig. 3(h)) to gasoline are given in the follow-
ing teble: -

Fuel Specific-gravity
ratio at 60° F
Aviation gasoline (115/145 grade) 1.00
JP-1 1.17
JpP-3 1.10
JP-4 1.11
JP-5 1.20
Number 1 fuel oil 1.18
Number 2 fuel oil 1.22
Number 4 fuel oil 1.32
Number 5 fuel oil 1.35
Number 6 fuel oil 1.38

Volatility

A.5.T.M. distillation and Reid vapor pressure. - Fuel-gystem de-
signers are particularly interested in variations of volatility among
fuels because of the influence of this property on vapor and entrainment
losses, vapor lock, and flammability hazards. Fuel volatility is regu-
lated in current alrcraft fuel specifications by limitations of the
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A.S.T.M. distillation (D86-52) curve and the Reid vapor pressure. Figure -
4 illustrates the variation that may be expected in distillation curves
for jet fuels and fuel oils. Because the particular group of JP-1 fuels
used in figure 4(a) does not produce a maximum envelope curve as high as
the permissible specification limits, it is obvious that certain JP-1
fuels having higher distillation temperatures could be procured under the
MIT.-F-5616 specification.

The volatility of other jet fuels is illustrated in figures 4(b) to
(d). As indicated previously in connection with demsity, the JP-3 fuel
samples (fig. 4(b)) were procured under the MIL-F-5624A specification and
the maximum envelope lies outside the limits of the current specification.
The average curve, however, is probably about the same by both specifica-
tions. This observation is also applicable to JP-5 data in figure 4(d).

ePae

Figures 4(e) to (g) show A.S.T.M. distillation curves for the fuel
oils. Comparison of these three grades of fuel oil indicates that the
spread between minimum and maximum temperatures tends to increase as the
fuel oil becomes heayier.

Figure 4(h) compares all the average distillation date with curves
for single samples of 115/ 145 grade aviation gasoline and a number 5 fuel
oil. The curve for the number 5 fuel oil is incomplete because cracking
occurred at 1025° F. .

It has generally been accepted that the temperature at the 10-
percent-evaporated polint ig indicative of the fuel volatility; that is,
the lower this temperature, the greater the volatility. This relation
has generally held true for gasolines but may be erroneous in the case of
fuels such as JP-3 because of the manner in which the volatility is
achieved. For example, the JP-3 specification requires the Reid vapor
pressure to be between 5 and 7 pounds per square inch, and this require-
ment can be met by adding a small percentage of a high-vapor-pressure
component to a relastively low-vapor-pressure stock. In such a case, the
final blend would have the desired Reid vapor pressure, but the addition
of this small percentage of the high-vapor-pressure component would have
small effect on the lO0-percent distillation temperature. Some fuels
meeting the JP-4 specification have been prepared by blending or pres-
surizing very low-vapor-pressure components with relatively small amounts
of highly volatile materials. These fuels can be expected to show rapid
losses in Reid veapor pressure during storage.

Laboratory aging tests conducted by the Sun 0il Company on JP-3 fuels
indicated a loss of about 15 percent in volume for a fuel pressurized with
pentanes and a loss of about 3 percent in volume for a fuel pressurized
with butanes. These losses corresponded to a decrease of Reid vapor pres-
sure from 6.5 to 5 pounds per square inch. These tests were made in un-
stoppered bottles at atmospheric pressure with samples alternately heated
and cooled between 70° and 120° F during a 24-hour cycle.
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An empirical equation relating Reid vapor pressure, gpecific gravity,
20-percent A.5.T.M. distillation point, and slope of the distillation
curve at the 1O-percent polnt has been developed:

RS (psotZO ¥ c) )
where
a,b,c constants
PR Reid vapor pressure, 1b/sq in.
S slope of A.S5.T.M. distillation curve at 1lO-percent-evaporated

point, (t;5-t5)/10
tpgst15,t5  20-, 15-, and 5-percent A.S.T.M. distillation temperature, °F

specific gravity at 60° F

Pgo
The constants in equation (5) vary with the class of fuel as follows:
Fuel a b c
Aviation gasolines | 486 -50 -4..33
JP-4 114 -89 - .45
JpP-3 46 -104 42

From equation (5) and these constants, the Reid vapor pressures were
calculated from distillation data and specific gravities for 21 aviation
gesolines, 36 JP-3 fuels, and 20 JP-4 fuels. Average deviations of ob-
served Reld vapor pressures from calculated values were 0.5, +0.5, and
+0.33 pound per square inch for the aviation gasolines, JP-3 fuels, and
JP-4 fuels, respectively. Data for aviation gasolines and 23 of the JP-3
fuels used in the development of the equation were taken from references
4 and 13.

The Reld vapor pressures of two-component blends can be estimated
from the following linear equation:

Pr,p = PR,y + PR 2N (6)

Ny, Np volume fractions of components 1 and 2

Prp Reid vapor pressure of blend, Ib/sq in.
7
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PR,l’Pﬁgz Reid vapor pressures of components 1 and 2, lb/sq in.

This equation appears sufficiently precise for most applications as shown
in appendix B-2. Presumably the Reid vapor pressures of blends contalning
more than two components cen be estimated by simply expanding equation
(6); however, substantiating data are not available.

Reid vapor pressures are not precise measures of true vapor pres-
sures. Reid vapor pressures are measured by the A.S.T.M. D323-52 method
in which a vepor-liquid volume ratio v/Z of 4 is specified. This ratio
represents a departure from the true vapor-pressure measurement in that
true vapor pressure is by definition the pressure at a vapor-liquid volume
ratio of O.

True vepor pressure. - True vapor pressures at 100° F are slightly
higher than Reid vapor pressures and may be calculated from the latter by
using the following equation (ref. 2):

0.0119 PgS
Fo,100 - Fr = 0-0225 Py + 7575368 By (7)
where
Pp Reid vepor pressure (v/1 = 4), 1b/sq in.
Po,100 true vepor pressure at 100° F (v/1 = 0), 1b/sq in.
S slope of A.S.T.M. distillation curve at 10-percent-evaporated

point, (t;5 - t5)/10

It is often necessary to estimate true vapor pressures over a range
of temperatures. Classically the vapor-pressure - temperature relation
is expressed by

log P = A - B/T (8)
vhere
A,B constants
P absolute pressure
T gbsolute temperature
This equation works well over only a limited temperature range, since

B, which is directly proportional to the latent heat of veaporization, is
not & true constant. However, the linear relation between log pressure

e¥vae



3543

vy=o

NACA TN 3276 ' 17

end reciprocal tempersture has been developed into a practical method for

egtimating vepor pressures of petroleum-derived fuels by introducing the

concept of pressure function (ref. 2). Pressure function is a modified

log pressure term and is related to pressure by the following equation:
log P = 1.167199 + 5.2553 logf{l - 0.00687917 A) (9)

where

A  pressure function, kilofeet

P absolute pressure, lb/sq in.

This equation is also the standard pressure-altitude relation up to 35
kilofeet. Pressures can be converted into pressure functions by equatlon
(9), by using table XXVIII of reference 2, or figure 5 of this report.

Through this pressure function, vapor pressures can be expressed as
linear functions of temperature in °F by either of the following equations:

Ao, = 49,100 *+ P(100 - t) (10)
Ay 2By 100 DPressure functions at + and 100° F, respectively, for .
J 2

v/l ratio of O (the subscripts indicate V/Z retio and
temperature, respectively)

b temperature coefficient, a constant characteristic of each
fuel
t temperature, oF
and
Byt = b(t, - t) (11)
where

t, normal boiling point of fuel (i.e., at 1 atm), °©
Equations (10) and (11) are used rather than equation (8) because the
log-pressure - temperature relation is normalized to pressure and temper-
ature conditions nearer those of interest (i.e., pressures encountered
in flight and temperatures around the boiling points). This permits
linea:z' ;'elations to hold more closely than would be possible using equa-
tion (8).
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The determination of the vapor-pressure - temperature relation of a
fuel, then, requires the determination of the constant plus a knowledge
of either the true vapor pressure at 100° F (for use with eq. (10)) or
the normal boiling point (for use with eq. (11)). The constant b can )
be evaluated in several ways, depending on what fuel inspection data are
available.

If the Reid veapor pressure and the 10-percent slope are known, b
can be estimated from

ePse

b = 0.056 + 262 - 0.044/3 (12)

20,100 | g5

The first step in determination of the true-vapor-pressure -
temperature curve is the calculation of PO,lOO from equation (7). The
value of AO,lOO may then be obtalined from figure 5. Next, b is cal-
culated as indicated in equation (12). A sample calculation of b is
described in reference 2. Equation (10) may then be used to determine
values of Ag ; at different temperatures. The values of PO,t corre-
sponding to tﬁe computed values of AO,t may be read from figure 5.
Although equations (10) and (12) were derived from data on gasolines,

their use for JP-4 fuels appears justified by limited NACA data given in
appendix B-3. Therefore, this method was used to calculate true-vapor-

pressure curves for fuels having slopes up to 12 and varying in Reid
vapor pressure between 2 and 7 pounds per squere inch. These curves are
presented in figure 6. In the dbsence of A.S.T.M. distillation data,
average l0-percent slopes may be assumed to be 2 for gasolines and 4 for

JP-3 and JP-4 fuels.

The curves shown in figure 6 do not describe the volatility of fuels
having Reid vapor pressures less than 2 pounds per square inch. Further-
more, the methods of calculation described by equations (10) and (12)
should be avoided for low-vapor-pressure fuels. In order to estimate the
true vapor-pressure characteristics of such fuels, the method reported in

reference 14 should be used.

For these higher-boiling fuels and in the absence of flash-point
data, b can be estimated from

212
b =0.142 + 5= - 0.04A/5 (13)

wWhere

T, normal boiling point, °r
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The normal boiling point in °r T, 1s estimated by adding 5° plus 460°
to the 10-percent distillation temperature; however, the latter should
be corrected to true temperature by using an emergent-stem correction on
the thermometer (ref. 14). For JP-1 and JP-5 fuels, Ty, is approximately
the A.S.T.M. 10-percent-evaporated temperature plus 470°.

If only flash-point data are available, b can be estimated by

86.5
b =-86:5_ (14a)
tn - tf

where

e}

ty  flash point, “F

t, Dpormal boiling point, °F

When both distillation and flash-point data are available, b can
be most accurately determined by using both equations (13) and (14a).
The first step in this procedure is the calculation of b from equation
(13). This value is then used to estimate the normal boiling point by
substituting into the following rearranged form of equation (14a):

86.5
by ==+ by (14b)

The resulting value for +t, is then substituted into equation (13), with
care to add 460° to convert to ®°R. These operations are repeated until
a normal boiling point and a value of b are obtained that satisfy both
equations. These values can then be used with equation (11) to calculate
the pressure function of the fuel at any desired temperature. This pres-
sure function can then be converted to pressure in pounds per square inch
by methods previously given.

Vapor pressure curves for JP-1 and JP-5 fuel and the fuel oils cal-
culated from equations (11), (13), and (14) are shown in figure 7. In fig-
ure 7(f) the average curves for these fuels are compared with vapor-pressure
date for more volatile fuels calculated from equations (10) and (12).

Vapor-liquid ratio. - Another useful relation in fuel-system design
is the variation of vapor pressure with vapor-liquid ratio. Equations
have been developed for the calculation of this relation, and their use
has been confirmed for jet fuels and fuel oils as well as aviation gaso-
line (ref. 15). The equations are not recommended for use at tempera-
tures very much In excess of the normal boiling polint or at pressures
much above atmospheric. Consideration is being given to the extension
or modification of the equations for use with pressures as high as 200
pounds per square inch (ref. 15).
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The following equation represents the variation of vapor pressure
with v/l at constant temperature:

Ayfy,t =HBo,t + & (1 - 0.01515 Ao,t) (v/1)0-7° (15)

In order to use this equation it is necessary to know AO ¢+ This quan-

tity has been previously calculated for various fuels from equations (10)
and (11) and is expressed as pressure in figures 6 and 7. These figures

may be used in solving the above equation by selecting values of pressure
at a gpecific temperature and reconverting to Ao t by use of figure 5,

table XXVIII of reference 2, or equation (9).

The parameter a in equation (15) can be estimated from the follow-
ing equation:

_ _ 6.6
- 3'3Q‘ bS + 6.6) (16)

The value of b in equation (16) can be determined from the following
equation:

b = 0.5181(1 - 0.0024 Ao’loo)- 0.044/5 (1 + 0.0032 Ao,loo) (17)

In equation (17), Ay 100 corresponds to the value of pressure at 100° F

in figures 6 and 7. ’For convenience in solving equations (15) to (17)
reference 15 includes tables to simplify the calculations of &, b, and
(v/1)0'75. The determination of values from equation (15) can be further
simplified by use of figure 8, which represents the combination of equa-
tions (16) and (17) given by

2 = 0.0000194 A5 100 (9.69 +4/8) -0.00606 (12.953 -4/S) (18)

S(a - 3.35

Freezing Point

Atmospheric tempersture measurements have shown (ref. 16) that
ambient temperatures as low as -137° F may be encountered at high alti-
tude. Even with aerodynamic heating in high-speed aircraft, skin tem-
peratures and, in turn, aircraft tank temperatures might still be well
below fuel freezing temperatures. In order to ensure relisble fuel-
system operation at altitudes where low temperatures are encountered and
in geographical areas subject to low-temperature ground conditions, air-
craft fuel specifications limit fuel freezing temperatures to & maximum
of -76° F for all fuels except JP-5. As previously mentioned, JP-5 is
often blended with aviation gasoline, and the blend has a freezing point
of about -60° F (table IIT).

ePse
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The restriction of freezing point to & meximum of -76° F has one
great disadvantage in the jet fuel field in that it restricts availabil-
ity. In reference 17 it is shown that the availability (percent of crude
petroleum) could be increased from 13 percent to 20 percent for a 100° F
flash-point fuel 1f the freezing point were increased from -76° to -50° F.
Regardless of the advantage in increased availability, no upward revision
of freezing-point sgpecification is likely to occur until problems of fuel
handling at low temperature are solved and means are found for the effi-
cient utilization of high-boiling fuels in jet engines.

Certain components of petroleum-derived materials have high freezing
points; and, in the case of jet fuels, the less volatile constituents
may be very near the maximum allowgble freezing point. There is no rig-
orous correlation between volatility and freezing point; however, figure
9 illustrates a genersl trend based upon Bureau of Mines data for cuts
of crude petroleum. This figure shows that freezing points for water-
free fuels increase asgs the end point of the fuel increases. The scatter
among these data can be attributed to differences in hydrocarbon composi-
tion of the cuts.

Although the dste in figure 9 indicate that end points greater than
480° F would produce fuels with freezing points higher than -76° F, it
1s known that jet fuels with higher end points have been made and that
such fuels have freezing points below -76° F. The data in figure 9 are
presented simply to 1llustrate a trend of freezing point with end point
and are not considered representative of commercial jet fuels. For this
reason the reader is cautioned not to use figure 9 for estimates of Jet-
fuel freezing points.

Viscosity

Viscosity data are necessary for the calculation of line losses in
alrcraft fuel systems and may be required for the estimation of injection-
nozzle performance; consequently, data have been collected to indicate
the viscosities that may be expected for a variety of fuels over a range
of temperatures. Viscosities are not regulated for JP-3 and JP-4 fuels
in current specifications, but maximum limits at low temperatures are
esteblished for JP-1 and JP-5 fuels (table I).

For many years A.S.T.M. viscosity-temperature charts have afforded
a convenient method for representing the viscosity-temperature relations
of petroleum products. The coordinates on these charts are adjusted to
an equation of the following form (ref. 18):

log log (v +c) =A log T+ B (19)
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A,B,c constants
T absolute temperature, °RrR .
v kinematic viscosity, centistokes

Viscosities plotted against temperature on these charts produce linear
relations for a given fuel. It is possible, therefore, to estimate vis-
cosities over a wide range of temperatures from experimental date taken
at two temperatures. If only one viscosity-temperature point is known,
viscosities at other temperatures can be estimated by drawing a line
through the point parallel to lines previously established for similar
fuels. This practice is not recommended except within the range of vis-
cosities generally assoclated with ajrcraft fuels.

cyse

Viscosity-temperature characteristics for average or typical fuels
are plotted on the A.S.T.M. chart in figure 10. Although the data upon
which these curves are based are rather limited, it is believed that the
average slopes shown may be used with reasonable confidence since stocks
from several sources are represented. Solid straight lines are shown for
each fuel over the range where equation (19) is applicable. This egua-
tion cannot be applied to temperatures below the freezing or pour points
of the fuels, and the lines have been terminated at these polnts. There
are also unpublished experimental date and data from reference 19 that
indicate deviations from the linear relation at high temperatures; there-
fore, dotted lines have been drawn in figure 10 for the high-temperature
portions of the curves. Although only approximations, the dotted portions
will give more accurate estimates of viscosity than will extrapolations
of the sgtraight lines.

Viscosity decreases markedly with temperature (fig. 10), the effect
being greater with the more viscous fuels. At a given temperature there
are also wide differences in viscosity among the fuels. The heavier fuels
are so viscous at low temperatures that heating would be required to pro-
duce suitable pumping and atomizing characteristics.

Water Solubility

Most aircraft fuels are substantially saturated with water during
some stage of their processing and handling. The solubility of water in
hydrocarbons is quite low and is not easily determined. It has been
established, however, that this solubility decreazses rapidly with de-
creasing temperature and that the log of the solubility is inversely
proportional to the absolute temperature (ref. 20). It has also been
shown that aromatics dissolve more water than do the other common classes

of hydrocarbons (ref. 20). .
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Only a limited amount of data is aveilable on the solubility of
vater in Jet-engine fuels. Examples from references 21 to 23 are shown
in figure 11 vhere weight-percent water is shown as a function of temper-
ature for a gasoline, a JP-3 fuel, a JP-4 fuel, and two kerosenes. Be-
tween 120° and 20° F the solubility decreases by a factor of 5 to 20, and
lowering the temperature of a water-saturated fuel causes much of the
vater to separate. For example, lowering the tempersasture of the JP-4
fuel shown in figure 11 from 120° to 20° F reduces the solubility from
0.024 to 0.0047 weight-percent water in fuel. This change would cause
about 1.3 pounds of water to separate from 1000 gallons of fuel. At the
lower temperature the water would freeze and could clog aircraft filters
as reported in reference Z21.

Reference 21 shows that a dry fuel can become substantially saturated
with only a brief exposure to liquid water. Reference 22 also shows that
fuels quickly come to an equilibrium water content with the water in the
atmosphere. At a given temperature for both fuel and air, a fuel will be
fully saturated if exposed to air with 100-percent relative humidity, and
will, for example, be 25-percent saturated if contacted by air having

.25-percent relative humidity. This suggests (ref. 22) that, in aircraft

tanks with good venting, fuels can lose much of their dissolved water
during climb efter take-off since the cold ambient air would have a low
absolute humidity and would pick up water from the relatively warm fuel.

Solubility of Gases

There is consgiderable interest in the solubllity of gases in fuels
resulting from the possible use of combustion products for tank inerting
and of compressed gases to transfer fuel through aircraft fuel systems.
These solubilities follow Henry's Law quite closely (i.e., the mass disg-
solved is directly proportional to pressure), and, therefore, gases will
separate out of a saturated fuel if the pressure is reduced. This sep-
arated gas phase can present problems in the pumping and flow of fuels.

The literature contains a fairly large amount of data on the solu-
bility of the common gases in pure hydrocarbons, but there is often a
substantial disaegreement between sources as to the solubilities within a
glven system. There is much less data for aircraft fuels, particularly
JP-4 and JP-5, the fuels of greatest current interest. However, a method
is proposed in reference 24 that appears to give accurate estimates of
the solubility of many gases in any fuel at any temperature. The method
is mathematically complex and requires the critical temperatures, pres-
sures, and fugacities of both solute and solvent for its solution. These
properties can be evaluated for a given system; and, through the use of
this method, solubilities of air in kerosene were calculated at three
temperatures. The calculated results were within 10 percent of experi-
mental results in this case (ref. 24).
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Since the method of reference 24 is difficult to apply, & more simple
correlation was sought to permit rough estimates of gas solubilities in
aircraft fuels. Reference 25 presents a tabulation of the literature
values for the Ostwald coefficients for several gases in a variety of
solvents. The Ostwald coefficient is defined as the volume of gas dis-
solved in 1 volume of solvent, the gas volume measured at the conditions
of solution. This coefficient is independent of pressure. The Bunsen
coefficient is often used and is the volume of gas, reduced to 32° F and
1.0 atmosphere pressure, dissolved in 1 volume of fuel at a gas partial
pressure of 1.0 atmosphere. The Bunsen coefficient can be calculated
from the Ostwald coefficient by

a=s%2. (20)

where
T temperature of solution, °R
(oA Bunsen coefficient

B Ostwald coefficient

A study of the data given in reference 25 suggested that for oxygen,
nitrogen, and air dissolved in petroleum fractions there were fair corre-
lations between the Ostwald coefficients and the specific gravities of
the fractions at the temperature of solution. These correlations are
described in appendix B-4,and figure 12 was developed from them. This fig-
ure permits estimates of Ostwald coefficients over a range of temperatures
for fuels of varying specific gravities. The data scatter for fuels in the
correlations (appendix B-4) indicates that coefficients estimated from
figure 12 may be accurate to about +25 percent. The method of reference
24 is recommended if higher precision is required.

Reference 25 also lists data for carbon dioxide, carbon monoxide,
helium, neon, and argon. For carbon dioxide and monoxide there was no
correlation with solvent density, and for the other gases there was in-
sufficient data to attempt a correlation. For all these gases Ostwald
coefficients are plotted in figure 13 over a range of temperatures for
several hydrocarbon solvents. These data may be useful to indicate the
order of solubilities that may be found in hydrocarbon fuels. For carbon
dioxide, unlike the other gases, there is a decrease in Ostwald coeffi-
cient with increasing temperature, and the solubility of this gas is very
high. This high solubility may prove troublesome if combustion products
are used for tank inerting. .

ePSe



3543

NACA TN 3276 25

Surface Tension

There is occasional interest in the surface tension of fuels. Values
for this property can be found for various petroleum fractions in refer-
ence 26 and in the International Criticel Tables. Most of these data
were obtained near room temperature.

Surface tensions can also be estimated by using the classical equa-

tion of Ramsay and Shields (1893) as given, for example, in reference 27.
In this equation

G(%)z/s =2.12 (To, - 6 - T) (21)

<

D density at temperature of measurement, g/cc

M molecular welght

T temperature of measurement, 9K
T., critical temperature, °K
o surface tension, dyne/cm

For a given fuel, the density at any temperature and the molecular
weight and critical temperature can be estimated from correlations given
in reference 1, thus permitting the calculation of surface tension at any
temperature. Less precise estimates can also be made based only on the
60° F specific gravity of the fuel, since both molecular weight and crit-
ical temperature can be approximated from this property. Figure 14 is
the result of such estimates and is based on molecular weight - gravity
relations for group III fuels taken from reference 1 and critical-
temperature - gravity relations from reference 8. (Group III fuels are
those having characterization factors between 11.7 and 12.0, a range
including most jet-engine fuels.) Surface tensions can be estimated for
fuels of varying 60° F gpecific gravities up to their critical
temperatures.

Surface tensions estimated by interpolation from figure 14 at the
lower temperatures ran slightly below but within 2 dynes per centimeter
of data given in the International Critical Tables and reference 26. The
temperature coefficient at the lower temperatures is approximately the
same, -0.05 dyne per °F, as given in reference 26. No surface-tension
data at high temperatures are known; therefore, no comparison can be made.
However, surface tension must decrease to zero at the critical tempera-
ture, and the temperatures shown on figure 14 for zero surface tension
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are close to the critical temperature of these fuels. In general, it is
believed that surface tensions can be estimated from this figure within

4 dynes per centimeter with the possible exception that unusual fuels may
have surface-active impurities that can reduce the surface tension to
below estimated values. The presence of such impurities can be deter-
mined only by direct measurement of surface tension.

Dielectric Constant

With the development of the capacitance-type fuel gage for use in
aircraft, attention was directed to the electrical as well as the physical
properties of fuels. The gage consists essentially of a capacitor im-
mersed in the fuel tank. The pointer of the gage deflects proportionally
to the height of the fuel in the capacitor and to a gquantity (XK-1)/D,
where K is the dielectric constant and D is the density in pounds per
gallon. The quantity (K—l)/D is called the capacity index and is the
fuel characteristic that determines the accuracy of the gage.

Where fuel tanks are nonuniform, the tank and capacitor must be de-
signed and contoured to complement each other so that the increase of
capacitance as the fuel rises is directly proportional to the volume of
fuel in the tank. The gages are calibrated to read directly in pounds,
and the desired accuracy is +2 percent full scale.

The dielectric characteristics of current aircraft fuels were in-
vestigated in a study involving measurements on approximately 160 fuel
samples. The first portion of this work is summarized in reference 28,
and an analysis of the data is reported in reference 29.

It is not the intention of the present report to review the entire
study; however, a few figures are included herein to illustrate the var-
iations in dielectric characteristics that might be encountered with
fuels procured under existing specifications.

The dielectric constants of fuels vary linearly with temperature as
shovn in figures 15(a) to (c), which are based upon data from reference
28. TFor JP-1 fuels (fig. 15(a)), the deviation from average is approxi-
mately +2 percent; for JP-3 fuels (fig. 15(b)) the deviation varies be-
tween 3.2 percent and 5.8 percent over the temperature range shown. In
figure 15(c) data are shown for 30 fuels that approximate the character-
istics of JP-4 fuels. These fuels were prepared by evaporating 10 percent
of the light ends of the JP-3 fuels shown in figure 15(b). The deviation
for these JP-4 fuels varies between 3.4 and 7.0 percent.

The spread of data in figures 15(b) and (c) is probably representa-
tive for JP-3 and JP-4 fuels inasmuch as the specific gravities of the
samples investigated approximately covered the range permitted by the

ePsee
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The range of specific gravities for the JP-1 fuel samples reported in
reference 28 is not so wide as the range permitted by specifications.
This is illustrated in the following table:

Fuel | Specific gravity at 32° F

Ref. 28 - | Permitted by
specification

Min. Max. Min. Max.
0.8019 [0.8466 | 0.785 | 0.862

JP-1
JP-3 7434 .8117 .7152 | .792
JP-4 <7524 .8300 763} .813

In order to estimate dielectric .constants for fuels other than those
in figures 15(a) to (c), the data in reference 28 were plotted for all
fuels et two temperatures, 32° and 77° F. All these data fell in a single
Llinear pattern, and deviations from a faired line through the points were
no greater than 42 percent. The equation of the line is

K = 1.667p + 0.785 : (22)
where
o) specific gravity at any temperature
K dielectric constant at the same temperature

An additional check of equation (22) was made with data from refer-
ences 30 and 31l. These data indicate that the equation applies for par-
affinic and c¢ycloparaffinic hydrocarbons over a range of temperatures
from -184° to 410° F. The dielectric constants for pure aromastics are
somevwhat higher than those of paraffins, particularly in the high-density
range. For this reason it is recommended that equation (22) be used with
caution for fuels containing high percentages of aromatics. There is no
accurete method to set the limiting value of aromatic concentretion for
use in this equation; however, on the basis of data available at this
time it is suggested that equation (22) be used for estimation of di-
electric constants only with fuels containing less than 25 percent (vy
volume) aromatics. Changes in dissolved-water content within the limits
imposed ?y solubility had a negligible effect on dielectric constant
(ref. 28).

Equation (22) is used to estimate the dielectric constants for the
fuel oils and JP-5 fuel. The gpecific-gravity curves of figure 3 were
used in meking these estimates. The results are presented in figures
15(d) to (g). The dielectric constants for various fuels are compared
in figure 15(h).
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THERMAT, PROPERTIES OF FUELS

In addition to the physical properties discussed in the preceding
section, there are certain thermal properties that play an important part
in the design of aircraft fuel systems. In the past many of these prop-
erties have been significant from a safety standpoint and are now even
more vital under high-temperature conditions that may exist in supersonic
aircraft. The succeeding portions of this section review these proper-
ties and describe the variations to be expected for jet fuels and fuel
oils.

Heat of Combustion

The gross, or upper, heat of combustion of a fuel is the amount of
heat released when s unit weight of fuel is completely burned to yield
carbon dioxide gas and water in the liquid phase. The net, or lover,
heat of combustion is the amount released when carbon dioxide and gas-
phase water are the products. The difference between the gross and net
heats is equal to the latent heat of evaporation of the water formed in
burning a unit weight of fuel; this difference is proportional to the
hydrogen content of the fuel. Only the net heat of combustion is of

practical significance since the exhaust temperatures of all engine cycles

are so high that only gas-phase water is discharged.

In table I it is shown that the minimum heat of combustion accept-
able for JP-3 and JP-4 fuels is 18,400 Btu per pound. It is doubtful
that the average heat of combustion for these fuels will ever be more
than 2 to 3 percent greater than this minimum figure. Heats of combus-
tion for JP-1 fuels are not limited by specifications, and on the basis
of data in table VIII appear to be 1 or 2 percent lower than those of
JP-3 and JP-4 fuels. The spread of heating value among JP-1 fuels will
probably be no greater than 41.5 percent of the average value.

A Pairly precise relation exists between the net heat of combustion
of hydrocarbon fuels and the product of the aniline peint and the API
gravity, or aniline-gravity product. The following equation, taken from
reference 32, can be used for aircraft fuels:

q, = 17608 + 0.2054 4G - 7.24=5x:Lo“5(g¢G)2 - 140 (% Sulfur) (23)

where
o  aniline point, °F
G gravity, ©aPT

g, net heat of combustion, Btu/lb

eyse
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The sulfur correction in equation (23) is in a different form from that
given in reference 32 but gives substantially identical results.

If aniline points are not available, the net heat of combustion can
be estimated with somewhat less precision from specific gravity alone
using the following equation:

2560
p60 - 1.53

a, = 22,130 + (24)

where

Pso specific gravity at 60O F

Equation (24) was calculated from a curve for net heat of combustion
presented in reference 1. This curve, together with a curve for gross
heat of combustion, is reproduced in part as the dotted line in figure
16(a) . The abscissa of this figure has been changed to be linear in
gpecific gravity rather than CAPI used in reference l. Because of the
interest in calculations for volume-limited aircraft, figure 16(b) is
included to illustrate the variation of heats of combustion per unit
volume with specific gravity and aniline point.

Heats of combustion are determined for a process in which the prod-
ucts of combustion are brought back to the initial reactant temperature.
A reference temperature of 77° F is usually chosen. The effect of vary-
ing temperature on heats of combustlion is negligible over a wide range
and less than the normal precislon of measurement of heating values, as
shown in sppendix B-5.

Latent Heat of Vaporization

‘A method described in reference 1 permits the estimation of laetent
heats of vaporization from A.S.T.M. distillation and API gravity data.
The averaged data for jet fuels and fuel oils in tables VIII and X have
been used to calculate the variation of latent heat of vaporization with
temperature (fig. 17). A curve for the 115/145 grade aviation gasoline
(table III) is included for comparison. The curves for the fuels con-
verge at low temperatures with a total spread of about 9 Btu per pound at
200° F. In the high-temperature portion of the figure the curves are
extended to the critical temperatures.

Not shown are data to indicate the latent heats of vaporization for
maximum- and minimum-quality fuels under each specification. However,
check calculations based on the physical-property variations shown in
tables VIILI and X indicate that the spread between maximum and minimum
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heats of vaporizetion for jet fuels would not exceed 10 Btu per pound up
to 400° F. At temperatures up to 600° F the spread may be as great as
20 Btu per pound.

Specific Heat

Specific heats for petroleum fuels in the liquid state are shown in
figure 18 as functions of API gravity and temperature. This plot is based
upon the following equation from reference 33:

e, = —L— (0.388 + 0.00045 t) (25)
P60

where

cp gpecific heat at constant pressure, Btu/lb/ oF
t temperature, °p
Pso specific gravity at 60° F

For fuels having characterization factors of about 11.6, the agree-
ment between figure 18 and the following correlation developed in refer-
ence 34 is quite good:

e, = 0.6811 - 0.308pgg + £(0.000815 - 0.000306pgq) (0.055k + 0.35)
(26)

where
k characterization factor

Since the jet fuels of interest (table IX) have characterization factors
of 11.6 to 11.8, the use of figure 18 should be satisfactory for estima-
tion purposes. If greater accuracy is desired, equation (26) should be
used for the characterization factor of interest.

Still another correlation is presented in reference 1 where specific
heats are given as functions of temperature, APT gravity, and volumetric
average boiling point. This relation is perheaps a little easier to use
than that of reference 34, since characterization factors are not re-
quired. The values obtained from the relation in reference 1 are gbout

5 percent higher than those determined from figure 18.

e¥se
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Enthalpy

Enthalpy dlagrams are useful for determining the capacity of fuels
to absorb heat or the amount of heat required to accomplish & given
change in the temperature or the state of a fuel. Such diagrams can be
constructed for any fuel using the correlstions of, for example, refer-
ence 1 between the heat capacities and latent heats and the distillation
and gravity of the fuel. Enthalpy diagrams for average quality JP-3,
JP-4, and JP-5 fuels are given in figure 19. The saturated-liquid curves
on this figure are used to estimate the amount of heat that can be ab-
sorbed in the liquid phase alone. The saturated-vepor curve 1s used when
the fuels are completely vaporized. The region between these two curves
represents conditions of partial vaporization, and the lines above the
sgturated-vapor curve show the enthalpy of superheated vapor. Also shown
are lines of constant pressure to indicate the pressures required to
vaporize the fuel.

As an example of the use of these diagrams, consider the average
quality JP-4 fuel in the liquid phase and at an initial temperature of
100° F (fig. 19(b)). The initial enthalpy is 48 Btu per pound as shown
by the saturated-liquid curve at 100° F. Assume that 250 Btu per pound
are to be added to this fuel giving a final enthalpy of 298. This heat
addition can be made in several ways:

(1) The fuel can be kept completely in the liquid phase. The final
temperature will then be 520° F as shown by the temperature of saturated
liquid at an enthalpy of 298 Btu per pound (fig. 19(b)). A pressure
greater than 8 atmospheres would be required to keep the fuel liquid.

(2) The latent heat of vaporization can be fully exploited as a heat
sink and the fuel completely vaporized. The final temperature of the
vapor will then be 335° F as indicated by the saturated-vapor curve at
an enthalpy of 288. A pressure of around 0.7 atmosphere or lower will
be required for complete vaporization.

(3) The fuel can be partially vaporized at temperatures between
520° and 335° F depending on the pressure. For example, at a pressure
of 2.0 atmospheres, & partial veporization will yleld a final temperature
of 380° F with a fuel being in a mixed phase.

Thege enthalpy diagrams show that the latent heat of vaporization is
only avallable as a heat sink at moderately high temperatures or low
pressures. This is especlally true with low-volatility fuels such as
JP-5. For example, JP-5 fuel could be fully vaporized at 350° F, but the
pressure in the evaporator would have to be below ebout 0.2 atmosphere
(fig. 19(c)). These vapors would have to be recompressed before they
could be fed to an engine. This recompression would present a major

pumping problem.
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Although only three enthslpy diagrems are presented for fuels of
interest in this study, reference 1 contains disgrams for petroleum frac-
tlons with mean average boiling points varying between 200° and 800° F .
and characterization factors of 11 and 12. Cross interpolation between
these diagrams can be used to construct enthalpy diagrams for a wide
variety of fuels.

Flemmability Properties of Fuels

evse

A large amount of information is available on the combustion of
hydrocarbons; however, a complete review of this material is beyond the
scope of this report. Some aspects of combustion research are directly
related to aircraft fuel systems, and these are discussed briefly. In
the succeeding sections, flammebility limits, ignition temperatures, flame
propagation rates, and quenching distances are discussed.

Flammability limits. - Homogeneous, gas-phase, hydrocarbon-air sys-
tems are flammable only over a definite range of concentrations. At any
glven temperature and pressure there is a lean (lower) limit for a fuel
which represents the minimum concentration of fuel in air required for
c¢ombustion and below which concentration flames camnot propagate. Sim-
ilarly, there is a rich (upper) limit which defines the maximum smount of
fuel in air that will support combustion. Flammebility limits vary de-
pending on whether the flame is propagated upward, downward, or horizon-
tally. The widest limits are found with upward propagation where con-
vective forces help the flame travel through the fuel-air mixture. Much
of the data in the litersture is for upward propagation, since these
studies were aimed at determining the £flammability hazards involved in
the storage of fuels and the widest limits were desired to give margins

of safety.

There are some variations in the reported flammsbility limits due to
apperatus varigbles. This is especially true for limits determined at
low pressures where the quenching effects of chamber walls become an
important factor; however, there is fair agreement in the literature for
Plammability limits determined at 1 atmosphere. It has long been rec-
ognized that lean-limit mixtures of all hydrocarbons contain about the
same heat of combustion per unit volume of fuel-air mixture, and on this
basis the fuel concentrations for lean-limit mixtures at 1 atmosphere
can be calculated from the following equations taken from the correlations
of reference 35 and converted to English units:

6
1.87x10 -
S LY 27
L M (27)

where

L lean-1limit concentration, percent by volume
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M molecular weight
q, net heat of combustion, Btu/Ib

Lean limits calculated from equation (27) can also be expressed in terms
of fuel-air ratio by

IxM
L, = 28
f/a = (100 - L)x28.97 (28)

where
Lf/a lean-limit concentration, fuel-air ratio

Rich-1limit concentrations can be estimated from the correlations of ref-
erence 35 by the following equations:

- 143
R=L+:5y (29)
RxM
R = 30
f/a (100 - R)x28.97 (s0)
where
R rich-1imit concentration, volume percent

Rf/a rich-1imit concentration, fuel-air ratio

Equations (27) to (30) were derived from pure-bydrocerbon data but
are applicable to practical fuels. The equations require heats of com-
bustion and molecular weights as input varigbles. Heats of combustion
can either be estimated by the methods previously described, or & value
of 18,500 Btu per pound can be used for aircraft fuels with an inaccuracy
no greater than 3 percent. The molecular weights required in these equa-
tions are for the vaporized portion of the fuel. If the fuel is com-
pletely vaporized, the molecular weight of the whole fuel as estimated
from charts in reference 1 can be used. Concentration limits have been
calculated on this basis for various fuels of minimum, meximum, and
average volatility. These are listed in the following table in terms of
both volume percent and fuel-air ratio:
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Fuel Flammebility limits
Volume percent | Fuel-air ratio
Lean | Rich Lean | Rich

JP-1

Minimum volatility 0.62 | 4.66 0.035 | 0.28

Maximum volatility .71 {5.15 .035 .27

Average volatility .67 | £.96 .035 .27
JP-3

Minimom volatility .76 | 5.40 .035 .26

Maximum volatility 1.70 1 7.16 .035 .25

Average volatility .90 [ 6.15 .035 .25
JP-4

Minimum volatility .74 | 5.34 .035 .26

Maximm volatility .90 | 6.15 .035 .25

Average yvolatility .80 | 5.63 .035 .26
JP-5

Minimum volatility 57 [4.38 035 .28

Maxdmum volatility .62 | 4.68 .035 .28

Average volatility .60 | 4.53 .035 .28
No. 1 fuel oil

Minimum volatility .53 |4.18 .035 .28

Maximum volatility .61 [4.61 .035 .29

Average volatility 58 |4.45 .035 .28
No. 2 fuel oil

Average volatility .52 | 4.09 .035 .29
No. 4 fuel oil

Average volatility 45 13.71 035 .29

These calculated concentrations are slightly in error because equations

(27) to (30) were developed from flammability-limit date obtained at room

temperature, while much higher temperatures are actually required for

complete vaporization of these fuels.

Temperatures of about 300° F are

required for complete vaporization of jet fuels to produce rich-limit
However, the inaccuracies due to the temperature effect are
not large as shown by the following comparison between estimated limits
and those experimentally measured at 300° F (ref. 36):

mixtures.

Fuel | Flammsbility limits, fuel-air ratio
Calculated | Measured at 300° F
Lean | Rich Iean | Rich
Jp-1 | 0.035 |0.27 0.037 | 0.31
JP-3 .035 | .25 .037 .30

eyse
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The preceding paragraph deals with the calculation of limit concen-
trations under conditions where the fuel is completely veporized and
where the molecular weight of the vapor can be estimated with fair pre-
cision. Under conditions of partial vaporization, the molecular weight
of the vapor will vary both with the properties of the fuel and to a
lesser extent with the fraction vaporized; this fraction will be small in
fuel tanks unless the tanks are nearly empty. Reference 37 countains a
table that includes estimates of vapor molecular weights under fuel-tank
conditions as a function of the fuel's 1lO0-percent-distillation tempera-
ture. These data are plotted as the line in figure 20 along with points
for seven fuels teken from reference 12 for 2-percent evaporation. The
agreement between the two references is good. Lean and rich flammaebility
limits can be estimated for fuel-tank conditions by using molecular weights
from this figure in equations (27) to (30).

Relatively little work has been done on the flammability limits of
mlists and sprays because of the difficulty 1n preparing stable mists of
known concentration. However, it is fairly well established that the
flammability limits of evenly dispersed small droplets are much the same
as for vapors. For example, the limits for a mist of 10-micron JP-1 fuel
droplets at 32° F are compared in the following table with the limits for
vaporized JP-1 fuel at 300° F (both experiments are from reference 36):

Flammebility limits of JP-1, fuel-air ratio
Mist at 32°0 F Vapor at 3000 F
Lean | Rich Lean | Rich
0.043 | 0.23 0.037 | 0.31

The mist has a slightly narrower flammability range, but much of the dif-
ference mey be due to the difference in temperature between the two
experiments.

Flammability limits change with pressure. The effect of verying
pressure on the limits of n-hexane is shown .in figure 21 for pressures
below 1 atmosphere (ref. 38) and in figure 22 for pressures to 10 atmos-
pheres (ref. 39). The subatmospheric limits (fig. 21) were measured with
upward propegation in a 2-inch-diameter tube, and both the narrowing of
the £flammability region below 10 inches of mercury absolute and the low
pressure limit of about l% inches of mercury absolute reflect the quench-
ing effect of the tube walls at low pressures. Wider flammability ranges
at low pressures and lower pressure limits would be found in larger sys-
tems such as sircraft fuel tanks. The superatmospheric limits (fig. 22)
vere measured with horizontal propagation, and for this reason the flam-
mability range is somewhat narrower than would be obtained with upward
propagetion. This figure shows a marked widening of the flammability
limits at higher pressures. .
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Up to this point the limits discussed have been composition limits
for homogeneous systems with the fuels either vaporized or evenly dis-
persed as mists. In cases where there is & relatively large amount of
fuel as, for example, in fuel tanks, there are both upper and lower tem-
perature limits, which are functions of both the composition limits and
the volatility of the fuel. For example, 115/145 octane gasoline has a
vapor pressure of about 3 pounds per square inch absolute at 60° F.
Under equllibrium conditions, this pressure is sufficient to give a fuel-
air ratio of about 0.6 in the tank free space gbove the fuel. This fuel-
air ratio is about twice the rich limit; therefore, the free space gbove
115/145 octane gasoline is nonflammsble at 60° F under equilibrium con-
ditions. It should be emphasized that this free space can be flammable
under nonequilibrium conditions such as when a tank has just breathed in
air. Under equilibrium conditions this fuel would have to be cooled to
about 30° F before the vapor pressure is sufficiently reduced to pass
below the rich-limit concentration.

On the other hand, a typical JP-5 fuel has a vapor pressure of gbout
0.01 pound per square inch absolute at 60° F, equivalent to a fuel-air
ratio of gbout 0.003. This is well below the lean limit, and the tank
free space will be nonflammaeble provided that liquid fuel is not dispersed
in this space. As previously shown, fuel mists in air are nearly as
flammable as fuel vapors in air, and a fuel tank containing JP-5 fuel at
60° F can be flammsble if shaken sufficiently to disperse liquid fuel
droplets through the tank free space. The temperature of JP-5 fuel must
be raised to about 135° F before the vapor pressure becomes sufficient
to exceed the lean-limit concentration.

Altitude-temperature flammability envelopes are often discussed in
regard to flight safety. These envelopes can be derived from flammability-
limit and fuel-vapor-pressure data. Typical envelopes, reproduced from
reference 2, are shown as figure 23. However, the narrowing of those
‘envelopes at high altitude with the flammebility ceiling at 62,000 feet
(fig. 23) is the result of using flammability-limit data that were ob-
tained in small tubes with low ignition energies. Wider limits at low
pressures and lower pressure limits for flammability have been obtained
using higher-energy ignition systems as shown in figure 24 (ref. 36).
The use of & surge generator, which gave about a 100-millijoule spark
energy, extended the flammability limits of an aviation gasoline down to
gbout 0.5 inch of mercury ebsolute. This is equivalent to an altitude
of 75,000 feet. Further, the flammability renge is nearly as wide at
very low pressures as at 1 atmosphere.

Since it 1s believed that lean- and rich-concentration limits are
substantially constant up to pressure-altitudes of at least 75,000 feet,
altitude-temperature diagrams were calculated using equations (27) and
(29), molecular weights from figure 20, and veapor-pressure data extrapo-
lated from figures 6 and 7. These diagrams are given in figure 25 for
the various average-volatility fuels.

evse
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Figure 25 is believed to be a somewhat better criterion for flight safety
than figure 23, since it indicates no flammability celling.

Fire hazards may exist in fuel tanks at conditions well outside
the envelopes shown in figures 23 and 25 since these figures were based
on equilibrium conditions. Flammable mixtures can result at tempera-
tures and altitudes well above the indicated upper limits if the tanks
breathe in air. Flammable mixtures can also be found at temperatures
and altitudes far below the lower limits shown if mechanical forces
disperse liquid fuel into the tank free space. It appears that com-
plete freedom from possible tank explosions can only be gttained through
inerting.

Ignition temperatures. - Flammable mixtures can be ignited by sparks,
hot solids, hot gases, shock waves, or by the injection of spontaneously
flammable agents; however, only ignition by hot solids will be considered
herein.

The most widely used type of thermal ignition test is one in which
e liquid fuel is dropped into a heated crucible or flask. The lowest
temperature that will cause an ignition is called the spontaneous-
ignition temperature or autogenous-ignition temperature. This tempera-
ture for typical fuels and lubricants is listed in the following table
(refs. 40 and 41):

Fuel or lubricant Spontaneous ignigion temperature,
F

100/130 Grade aviation gasoline 844
Iow-volatility aviation gasoline 900
Unleaded motor gasoline 568
Kerosgene 480
JP-3 fuel

Sample A 484

Sample B 502
JP-4 fuel 484
JP-5 fuel

Sample A 473

Semple B . 477
No. 1 fuel oil 4380
No. 2 fuel oil 498
No. 4 fuel oil 505
No. 6 fuel oil 765
SAE 10 lubricating oil 720
SAE 60 lubricating oil 770

Jet fuels have ignition temperatures that are among the lowest found for
hydrocarbons and that are considerably lower than those for aviation
gasgoline.
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Increasing pressure decreases ignition temperature as shown below
(unpublished NACA data):

Pressure, Ignition temperature, OF
atm JP-4 fuel | JP-5 fuel

1 484 477
5 383 415
9 374 408

Flame propagation. - A flammsble mixture, once ignited, will continue
to react until the reaction is either complete or is quenched. The reac-
tion tekes place in a discrete reaction zone and may occur either as a
normally propagating flame or as a detonation. Flame propagation in &
gtatic system or in laminar flow 1s a relatively slow process; velocities
are of the order of 1 to 2 feet per second for most hydrocarbon-air sys-
tems at ambient temperatures and 1 atmosphere pressure. This velocity
increases with increasing temperature, the effect being approximately
proportional to the 1.5 power of the ratio of absolute temperatures.
Changing pressure has little effect on laminar flame-propagation rates.
Fleame velocities vary with fuel-air ratio and are highest for mixtures
just slightly richer than stoichiometric; stoichiometric fuel-air ratios
are about 0.068 for alrcraft fuels. In turbulent flow, flame-propagation
rates are increased but never by a factor of more than about 10. There
is gbout an eightfold increase in pressure as the result of normal prop-
agation in a closed, adlabatic system. ’ .

Detonation is a much more rapid process and may reach velocities of
the order of 5000 feet per second in hydrocarbon-air systems. The ranges
of fuel-sir ratios that will detonate are much narrower than the flamma-
bility ranges previously discussed; that is, a more nearly ideal combus-
tible mixture is a requisite more for detonation than for normal propaga-
tion. While the finel pressure after detonation in an adiabatic system
is only about 8 times the initial pressure, a transient pressure of 15 to
20 times the initial pressure travels with the detonation wave. For this
reason detonations can be more destructive than normal combustion.

Quenching. - Flames will be extinguished rather than propagate
through too narrow a constriction. This is called quenching and is the
basis for the Davy lamp and for fleme arresters. The quenching distance
is the smallest separation between parallel plates that will just allow
a flame to pass, and the quenching diameter is the minimum dlameter of a
tube through which a flame will propagate. The quenching diameter is
1.25 to 1.50 times the quenching distance. .

Quenching distances are influenced by mixture composition, pressure,
and temperature. For nearly ideal mixtures (slightly richer than stoichi- -
ometric), the quenching distance of the common hydrocerbons 1n air is
approximately given by the following equation:
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oD = O.l(?%g)o.ﬁ{%)o.g (51)

where
P absolute pressure, atm
QD quenching distance, in.

T temperature, °Rr

PRACTICAL PROBLEMS OF FUEL COMPOSITION AND PHYSICAT, PROPERTIES
IN ATRCRAFT FUEL-SYSTEM DESIGN

The foregoing section presents data on the composition and physical
properties of alrcraft fuels. In the design of aircraft fuel systems,
these propertiles are assoclated with certain problems which, 1f not prop-
erly resolved, can become very practical obstacles to rellable aircraft
performance. Some of these problems are storage stebility, fuel clean-
liness, corrosion, inerting, low-temperature effects, and vepor and en-
traimment loss. In the succeeding sections these problems are discussed
and, where possible, the influences of fuel composition and physical
properties are defined.

Storage Stebility and Fuel Cleanliness

Fuel quallty may be changed in three ways between the refinery and
the aircraft fuel tank because of handling and storage factors. The fuel
may (1) lose varying amounts of its more volatile components through
evaporation, (2) increase in gum content, and (3) pick up extraneous
materials such as dust and rust.

The loss of volatile components has been previously mentioned in the
section on volatility and, in extreme cases, might present an engine
operational problem in regard to starting. The loss of these components
as functions of initial fuel quality and subsequent handling and the exact
effect of these losses on engine performance are complex problems that
are not discussed.

The gum content of fresh jet fuel, as required by the present mili-
tary specifications, should not exceed 7 milligrams per 100 milliliters.
These specificatlons also require that the gum content should not exceed
14 milligrams per 100 milliliters after laboratory-accelerated aging, and
presumebly the latter concentration indicates the order of concentrations
that might be encountered in field-aged fuels. The fuel specificatlions
do not differentiate between soluble and insoluble gum; either or both
may be found in Jet fuels within the required concentration limits.
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Gum content is limited in reciprocating-engine fuels primarily to
reduce induction-system deposits. Jet engines are considerably more
tolerant of gum, and there is no indication that soluble-gum contents up
to several times that permitted by the present specifications will ad-
versely affect performance. However, insoluble gum may clog filters and
cause sticking of conmtrols and valves, although at present no case is
known of engine operationsal problems that were caused by fuel-derived gum.

The use of inhibitors to ensure storage stability is a precaution
necessary for control of jet fuels,which may be produced from a variety
of petroleum stocks. It should not be assumed from this practice that
all jet fuels are unstable. The degree of instability of any particular
jet fuel depends upon the compositions of the stocks from which it is
derived. In general, it may be sald that the thermslly cracked stocks
are more unstable than virgin or straeight-run stock. Many of the latter
would have good stability without the use of additives.

Suitable inhibitors for improvement of storage stebility of aviation
gasoline have been known for sometime, but the same inhibitors are not
satisfactory for jet fuels. Investigations are being conducted, however,
to evaluate the stability of Jjet fuels and to determine effective types
of inhibitors (refs. 42 and 43). Although these investigations are not
complete, it 1s probable that improved stability of Jjet fuels will result.

While fuel gum does not appear to be a current problem, there have
been operational difficulties caused by extraneous materials that were
picked up by the fuels during shipping and storage. The presence of
suspended material in Jet fuels 1s more serious than in the case of gas-
oline, because the higher densities and viscosities of jet fuels will
resist settling of the material before fuel is introduced to the aircraft
tanks. The condition is also aggravated by the higher fuel flows used
for jet fuels in comparison with those for piston-engine fuels.

Inasmuch as Jjet-engine fuel systems contaln devices such as injec-
tion nozzles, pumps, and metering devices designed to close tolerance,
the presence of any suspended materlal in the fuel represents a threat to
the reliability of the system. Rust and dirt in fuels must be considered
housekeeping problems that are primarily the responsibility of the fuel
supplier and aircraft servicing personnel. /Still, the fuel-system de-
signer must recognize the difficulty of obtaining a completely clean fuel
and provide for the removal of reasonable quaentities of dirt and rust
that may be present in the fuel even with proper handling procedures.

Corrosion
Two of the minor components that may be present in aircraft fuels

are definitely corrosive towards some airframe and engine materials.
These components are mercaptens and naphthenic acids.
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Mercaptans are sulfur compounds often found in petroleum streams
but seldom in concentrations higher than 0.1 percent mercaptan sulfur by
welght. These compounds are relatively easy to remove by refinery treat-
ing processes, and current JP-3 and JP-4 specifications limit the mercap-
tan sulfur concentration to a maximum of 0.005 percent. At high concen-
trations mercaptans attack cadmium plate and form a yellow gelatinous
material in a few hours; at low concentrations the attack is slower.
There is no evidence that mercaptens attack any other metals likely to
be present in aircraft.

In an investigation conducted by the Pratt and Whitney Aircraft
Division of the United Aircraft Corporation, fuels containing merceptans
were pumped through cadmium-plated screens for 10 to 50 hours at 140° F.
The results are as follows:

Mercaptan sulfur, Added water, Time at 140° F, | Weight loss,
percent by weight | percent by weight hr ng
None None S . None
0.005 None 50 5.0
.005 0.5 50 8.0
.020 None 15 101.2
3.0 None 10 126

Similar data have been reported by the Esso Laboratories of the
Standard 0il Development Company for bright cadmium strips —-by l% )

immersed in merceptan-containing fuels both with and without a separate
water phase. The regults are as follows:

Mercapten sulfur, |Time at 125° F, Weight loss,
percent by weight | days ng
) Fuel alone | Fuel plus
water
None 48 0 1 (gain)
0.005 40 1 7
.05 48 1 12
.2 48 0. 22
.4 48 1 (gain) |13

It can be concluded from the foregoing date and additional data from
the Texas Company and reference 44 that the mercaptan sulfur will cause
corrosion of cadmium. Furthermore, the corroslon becomes greater if water
is present in the fuel. Even with the quantity of mercaptan sulfur per-
mitted by specifications, a certain amount of corrosion will occur. How-
ever, data are not availasble to indicate whether the specification 1limit
on mercaptan sulfur is consistent with the corrosion that mey be tolerated
for cadmium-plated aircraft parts.
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Naphthenic acids are organic acids and are likely to be present in
greater quantities in the higher-boiling jet fuels than in the lower-
boiling aviation gasolines. Their concentration is not limited in the
present fuel specifications but can be estimated from the neutralization
number of the fuel. A neutralization number of 1 is equal to a&bout 0.3
to 0.5 percent acid depending on the molecular weight of the acid.

Zinc is rapidly attacked by naphthenic acids to yleld zinc naphthe-
nates, which are soluble in the fuel. Data supplied by the Texas Company
indicate the corrosion of galvanized strips (1 by 6 in.) during a 5-day
period at 190° F as shown in the Following table:

Neutralization Weight loss, mg
number
Dry fuel | Water - Fuel plus
saturated. | free water
fuel
0.025 10 33 S
.025 8 22 25
.06 12 15 S5
.06 10 13 29
.21 95 100 101
.30 115 129 71

The fuels used in these tests were mot full jet fuels but were possible
jet-fuel components that were selected to provide contrast in neutrali.-

zgtion numbers.

Additional data from the Texas Company end reference 45 indicate
little or no effect of napthenic aclds on aluminum alloys. The effect
on megnesium gppears to be marginal. If a free-water phase is present,
especially in the presence of metal couples, a severe attack on magnesium

and aluminum can be expected (ref. 45).

In the investigations of references 46 and 47 it is concluded that
lead, cadmium-plated steel, copper, brass, and zinc are the more suscep-
tible metals to fuel corrosion in comparison with tin, steel, black iron,

magnesium, and aluminum.

The results reported in reference 46 also indicate a relation be-
tween corrosion and fuel neutralization number, as shown in figure 26.
In other studies the relation has not been found to be so well defined.
The air-well metal-strip corrosion test (Federal Test Method VV-L-791d)
was used to determine the corrosion results in reference 47.
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Deterioration of Rubber Materials

Fuels may contain components that tend to promote the deterioration
of rubber materials in fuel systems and tanks. Variations in the concen-
trations of some components even for fuels procured under the same speci-
fication may cause difficulties. This fact was clearly demonstrated
shortly after World War II when low-aromatic aviation gasoclines began to
gppear in service, resgulting in an epldemic of gasket leaksge trouble.
This was due to the swelling and shrinking of the gasket materials then
in use with changing aromatic concentration. The Rubber Swell Index was
added to the gasoline specifications to control this fuel property. There
is no longer a gasket problem, and the index has been eliminated from the
fuel specifications.

Later investigations (refs. 44 and 48) were conducted to evaluate
the influence of jet-fuel components on rubber materiasls used in alrcraft
construction. Reference 44 reports the effect of mercaptans on three
Buna N and three Thiokol synthetic rubbers. Buna N materials Rev. L,
Rev. N, and P-3 were stable in JP-3 fuels containing 0.005 percent mer-
captan sulfur. Thiokol PR-1 and PST showed very slight deterioration in
the same fuel, whereas Thiokol FA-1 deteriorated in all fuels. When the
mercaptan concentration was increased to 0.05 percent, Thiokols PR-1 and
PST showed increased deterioration, while the Buna N rubbers remained
stable. These results were confirmed with the additional conclusion that
the concentration of particularly harmful mercaptan compounds would not
be sufficiently high to cause damage with JP-3 fuels if the total mercap-
tan sulfur comtent were limited to a maximum of 0.005 percent (ref. 48).

Low-Temperature Filtration

In earlier sections of this report the water-solubility character-
igtics of fuels are described, and mention is made of gum content and
suspended foreign material that may be present from fuel handling pro-
cedures. The existence of any of these materials, water, gum, rust, or
dirt, establishes the need for filter protection in fuel systems.

The presence of water in fuels is the greatest problem confronting
the fuel-system designer at low-temperature conditions. Filters can be
clogged by ice crystals formed when the fuel is cooled in flight (ref.
21). The water may initially be present either in solution alone or in
solution plus a suspended water phase. Since fuels are often in contact
with water during processing and handling, it can be assumed that most
fuels are near saturation. Fuels may also hold a suspended water phase
for several days (ref. 21); and it is probable that jet fuels, because of
higher densities and viscositles, may hold suspended water longer than do
aviation gasolines. Data reported in reference 49 show that filter icing
is no problem if the fuel contains no entrained or extraneous water.
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When fuel temperatures are reduced below 32° F, the water may freeze
and clog filter elements. This water may (1) crystallize before contact
with the filter and be caught on the upstream face of the filter, (2) be
present as supercooled liquid droplets and turn to ice upon contact with
the filter element, or (3) pass through the element and freeze on other
downstream parts of the fuel system.

There is at present no complete understanding of all the factors
contributing to filter icing; however, pertinent discussions are contained
in references 21 and 50 to 53. Some of the major factors contributing to
the rate at which ice will clog filters are the water content of the fuel,
the temperature and capacity of the filter element, the rate of cooling,
and the degree of supercooling.

There are several possible methods for reducing filter clogging.
Among these methods are filter scraping, fuel preheating, filter washing
with alcohol, and dual filter systems. These methods all lead to greater
complexity of the fuel system. From the standpoint of fuel-system de-
signer, perhaps the most attractive method is the use of fuel additives.
Several laboratories have investigated the use of additives, and certain
additives have shown promise as freezing-point depressants and as auxil-
iary liquids for removal of water from filters.

Some of the more promising additives have disadvantages. For ex-
ample, the addition of 0.1 to 1.0 percent of low-molecular-weight alcohols
to the fuel will keep ice from forming (ref. 21); however, the alcohols
are readily extracted by water and also greatly increase the capacity of
the fuel to pick up water. The use of alcohols, therefore, may be effec-
tive only if added at the time of fueling, and this procedure is not con-
sidered practical in actual service operations. Another additive (not
available commercially) has been reported by the California Research
Corporation to be resistant to extraction by water. Other organizations
have also been active in this field, and it is conceivable that additives
will eventually be utilized to eliminate the problem of filter icing.

The problem of filter clogging has been approached in a unique way
by the Shell Development Company. It was decided that, since water is
often present in supercooled droplet form and solidifies upon striking
the filter, the clogging of filters would be reduced by making the filter
surface hydrophobic. Improvements in filterability were made by coating
the filter with surface-active agents, or minute quantities of a surface-
active agent could be added to the fuel to reduce ice formation on other
parts of the fuel system as well as on the filter. The possible success
of this method is dependent on finding an additive that will remain
soluble in the fuel at -76° F.

A

eyee



3543

NACA TN 3276 45

Tank Inerting

In the field of safety englneering it is often sald that the most
hazardous fuel tank is an empty one. This expression is, of course,
based upon the fact that many accidents arise from the carelessness of
personnel in handling tanks that contain no liguid fuel. Even though
liquid fuel is not present, there is no assurance that fuel vapor is not
present. For this reason, it should be recognized that the only safe
tank is one that contains no fuel in either wvepor or liquid state.

The fuel-system designer must be concerned with tanks that are never
completely free of the flammsbility hazard. At all times fuel is present
in either the vapor or liquid state or both. Even the most volatile air-
craft fuels can form flammable mixtures under nonequilibrium vaporization
conditions, and the least volatile fuels can yield flammable mists from
the impact of an external force.

Since flammgble mixtures are probably present throughout a major
part of the operating regime to which a fuel tank is subjected, the best
possible approach to reduction of the hazard is to eliminate or reduce
the flammability limits of the fuel-air mixture. No hydrocarbon-oxygen
inert mixture is flammeble at oxygen concentrations below about 10 percent
(ref. 54); therefore, control of the oxygen concentration to a level below
this value by inerting will yield nonflammable fuel systems. In refer-
ence 55, a proposed inerting system is described in which a 6-percent
concentration of oxygen is arbitrarily chosen as the 1limit to allow for
tank breathing and for release of dissolved air from the fuel.

The practical aspects of the inerting problem are beyond the scope
of this paper; however, numerous investigations have been conducted to
evaluate the merits of various proposed inerting systems. Many of the
pertinent references on these investigations are cited in reference 56.
In addition, a discussion of solubility of gases in fuels is presented
in an earlier portion of the present paper. This information, too, must
be considered in the application of inerting systems to aircraft.

Thermal Stability

The stability of aircraft fuels in storage has long been an important
Pactor. For this reason gum tests are used in the procurement specifica-
tions to ensure stability for long periods of time at near-embient tem-
peratures. Of more recent concern is the stability of fuels at much
higher temperatures and for relatively short times. These temperatures
result from aerodynamic heating during supersonic flight end use of the
fuel as a heat sink. At the higher temperatures small amounts of solids
are formed in the fuels, and these solids may impair engine performance.
Operational troubles from this source are now sporadic but will certainly
become more severe ag flight speeds incredse.
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Aerodynamic heating of aircraft structures and of fuel in tanks,
especially integral tanks, becomes significant when flight speeds approach
Mach 2. The stagnation temperature, that is, the temperature of the air
film in contact with the aircraft, can be calculated from the following

equation:
= Yy -1 2
Totag = Ta [1 + Tlrk > ) (Mach) ] (32)
where
T ambient temperature, °r

Tst&g stagnation tempersture, °r
T ratio of specific heats, cp/cv
y recovery factor (near 1)

With assumptions of a recovery factor of 0.9 and an ambient temperature
of -67° F (393° R), stagnation temperatures are shown for several Mach

numbers in the following table:

Mach Stagnation
number | temperature,
OF

o -67
1 -50
2 215
3 570
4 1065

Various aspects of the thermal problems assoclated with high-speed flight
can be found in a series of papers in the July, 1955, Transactions of the
ASME (refs. 57 to 65).

No experimental data are available on the rate at which fuels are
heated in fuel tanks during high-speed flight. This would obviously vary
with airframe and Tuel-tank geometry; however, analytical studies have
been made in this field. One such analysis (ref. 66), based on a cylin-
drical integral fuselage tank, indicates that the fuel would reach a tem-
perature of 380° F in 3 hours of flight at Mach 3 and an altitude of
90,000 feet provided the fuel was not allowed to evaporate. Reference
58 does not show final fuel temperatures but does show that aerodynamic
heating can cause a 20-percent boiloff fuel loss in a 3-hour f£flight at
Mach 2 and 50,000 feet. References 58, 66, and 67 all show that the aero-
dynemic heating of fuels can be greatly reduced by using a small amount of

insulation.
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While aerodynamic heating will become increasingly important, a more
immediate thermal problem arises from the use of the fuel as a heat sink.
In many current turbojet engines the lubricant is cooled by heat exchange
with the fuel as the latter flows to the combustor. As a result, the
fuel may be heated to temperatures high enough to form small amounts of
insoluble products. These products may foul the lubricant-to-fuel ex-
changers, or they may clog atomizer screens and orifices. Pratt &
Whitney Aircraft have made a thorough study of the effect of fuel and op-
erating variables on the clogging of filters and nozzles. This work has
shown that fuel composition, temperature, and residence times are the vari-
ables that are important in the thermal degradstion of fuels. Even though
fully meeting the current military specifications, fuels may vary widely in
their tendency to form filter-clogging solids. This is shown in filter-
clogging tests where one JP-4 fuel gave excessive pressure drop across
the filter in 3 hours of running time, while another JP-4 fuel gave
only negligible clogging in 10 hours at the same test conditions.
Moderate increases in temperature greatly increased filter clogging, and
fuels that were stable at 250° F were quite unstable at 300° F. In-
creases in residence time gave moderate increases in filter clogging.
Changes I1n pressure were of little consequence, since most of the work in
this field is done at pressures sufficiently high to keep the fuel in the
liquid phase.

The extent of most chemical reactions is dependent on both tempera-
ture and residence time; therefore, both must be stated to establish the
degree of reaction. This interdependence of temperature and time is shown
in figure 27 for two reactions, the cracking of naphthe and gas oil and
the formation of gum in jet fuels. *'The solid lines show the temperature
egalinst time required for l-percent cracking as calculated from reference
68. The dotted line is a relation that is belleved to indicate, semi-
quantitatively at least, the conditions that will give troublesome amounts
of gum with current, good-quality Jet fuels. The energy of activation
calculated for the dotted line is about 20 kilocalories per mole, which
is the same as that reported in reference 69 in studies on the storage
stability of motor gasolines. The time scale in figure 27 runs from 5
seconds to over 1 year. Problems with gum formation may arise with good
Jet fuels at any temperature-time condition above the dotted line. Fuels
with poor stability may give trouble at conditions well below this line.

Figure 27 shows that problems of thermal instability through gum
formation occur at temperatures 400° to 500° F below those required for
l-percent cracking. This instability of fuels at such comparatively
moderate temperatures is due to the presence of very small amounts of
minor nonhydrocarbon components in the fuels. References 70 and 71 show
that the removal of less than 1 percent of the fuel by chromatography
(i.e., percolation through silica gel) would greatly increase the stabil-
ity of the fuels. The materials removed from the fuels in both cases
contained practically all the sulfur, oxygen, and nitrogen compounds that




48 NACA TN 3276

were originally present. Dissolved oxygen may play an important role in
fuel stability (ref. 72). For some fuels the removal of dissolved oxygen
greatly reduced their filter-clogging tendencies; however, for other
fuels the effect was slight.

Since the thermal instability of jet fuels may be largely attributed
to low concentrations of minor components, these fuels could be improved
by refining processes that remove these components or convert them to
more stable compounds. Hydrogenation (ref. 73) and acid treating (ref.
74) have proven effective in this regard. Since some crude sources yield
stable fuels even without speclal processing, fuels meeting present re-
quirements can be made by using only selected stocks (ref. 74). The use
of inhibitors represents an inexpensive means of improving stebility, and
fair success has been achieved in this direction in many instances (refs.
71, 73, and 74). These inhibitors have been effective not in reducing
the amount of insolubles formed but in changing the physical nature of the
solids so that they are less prone to clog filters (refs. 74 and 75).
However, at the present state of the art, additives have not reduced ex-
changer fouling (ref. 75) and have not been uniformly successful in im-
proving the stability of all fuels.

One of the biggest problems facling both the producers and users of
jet fuels is the evaluation of the thermal stebility of these fuels.
Many different lsboratory test rigs have been used (refs. 70, 71, 72,
and 75), but there is little assurance that any of them will give com-
pletely satisfactory correlation with the performance of fuels in flight.
The test rig that is now being most widely used is a prototype fuel sys-
tem in which the fuel is pumped through an electricelly heated tube and
filtered through a sintered stainless-steel disk. Filter-clogging
tendencies are rated from the reate of increase in pressure drop across
the disk; exchanger fouling tendencies may be estimgted from the appear-
ance of the heater tube after each experiment. The rig is being coop-
eratively evaluated by the Coordinating Research Council. As now oper-
ated, this rig gives fairly good correletion with the results of one
engine fuel-system mockup (ref. 74); however, there is an occasional
complete lack of correlation with this mockup, and there is no assur-
ance that there will be any correlation with the fuel systems of other
engines. The rig is also moderately expensive and somewhat more cumber-
some to operate than would be desired for a routine laboratory inspec-

tion test.

In general, the thermal stability of jet fuels appears to be the
biggest single fuel problem now being encountered. VWhile the fuel is now
being used as a heat sink only to cool the engine lubricant, wider uses
are being discussed. For example, the fuel may serve as the heat sink
to cool the flight crew, the electronic gear, and the hydraulic systems
(refs. 57, 60, and 61). These additional heat loads plus the factor of .
aerodynamic heating of the fuel in tanks will certainly increase the
severity of the thermal-stability problem.
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Fuel Vapor and Entrainment Losses

“Vapor losses. - The problem of fuel vapor loss in aircraft tanks at
altitude has been recognized for years, and reliable relations have been
established for aviation gasollines to permit estimation of losses from
easily measured fuel properties. Unfortunately, these relations do not
provide an accurate prediction of the vepor losses encountered with heavier
fuels of the JP-3 and JP-4 types. Reference 76 reports that experimental
vapor losses with JP-3 fuels are slightly lower than those with aviation
gasolines of equivalent Reid vapor pressures. It is concluded in this
study (ref. 76) that of the existing equations for prediction of vapor
loss, the followlng best represents JP-3 fuel data:

] = Tg ] log fgigi + 1 (33)
48T, + 16T, - 0.02 Ty4 (T; - 560) P,

where

1 weight percent loss

Py absolute ambient pressure in tank

PO,Ti true vapor pressure of fuel at initial fuel temperature (eq. (7))

S slope of A.S5.T.M. distillation curve at 1lO-percent-evaporated
point

Ty initial fuel temperature, °R

T 0 10-percent A.S.T.M. distillation temperature, °R

In order to simplify the use of equation (33), the bracketed term
has been calculated for various values of T;5 and S at an initial
fuel tempersture of 110° F. The results are shown in figure 28 which,
together with figure 29, indicates the losses that might be expected at
110° F for different JP-3 fuels. The value of the true vapor pressure
Po,t on the abscissa of figure 29 can be gpproximated from figures 6

and 7.

Although equation (33) might be used to approximate vapor losses for
JP-4 fuels, more accurate estimates may be made from results of vapor-
loss studies reported in reference 12. These investigations were con-
ducted by Thompson Products Incorporated for the Coordinating Research
Council. The loss date obtained are compiled in figure 30 and are corre-
lated with a volatility factor, which 1is determined from the A.S.T.M.
distillation curve for any given fuel. The volatility factor is the sum
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of the volume average boiling point and the ‘temperature at points on the
A.5.T.M. distillation curve up to 1lO-percent evaporated; consequently,

the chart represents the combination of fuel temperature and tank pressure
(vented tanks) that will maintain losses to a maximum of 10 percent.

In order to demonstrate the use of figure 30, assume that it is
desired to estimate the tank pressurization required to maintain losses
at a meximum of 10 percent at various fuel temperatures. For this ex-
ample, the average-quality JP-4 fuel shown in figure 4(c) was used. The
volume average boiling point for this fuel is 320° F (table IX), and the
10-percent-evaporated point is 215° F (fig. 4(c)). The volatility factor
is the sum of these two values, 535. A horizontal line drawn on figure
30 indicates the pressure-temperature conditions that will hold the vepor
loss at 10 percent. If it were desired to determine the pressure-
temperature combinations that would maintain losses at 5 or 1 percent,
the volatility factors would be estimated by adding the volume average
boiling point to the 5- or l-percent-evaporated points from figure 4(c).

Entrginment losses. - At low rate of climb, fuel losses occur by the
process of eveporation, and such losses may be predicted as described in
the preceding section. At high rates of climb evaporation losses still
occur, but an additional loss results from entrainment of liquid fuel.
Entrainment results from the rapid release of fuel vapor and air from the
fuel, and the vigorous foaming thus produced carries liquid fuel out of
the tank vent. ~The problem of fuel entrainment losses has been under
study for several years, but no satisfactory methods for prediction of
such losses have been devised.

Entrainment losses may be quite high depending upon several factors
such as vent size, fuel depth in the tank, and fuel composition. Studies
have indicated losses as high as 60 percent for JP-3 fuels.

Investigations (refs. 77 and 78) have been conducted to determine
methods by which entrainment losses might be eliminated; no completely
satisfactory solution has been found. The use of additives has been
studied as well as ground-cooling of fuel and redesign of tank vents.

The NACA has conducted a limited investigation to show the effect of vent
size and various baffle arrangements within the vent on total fuel lost in
simulated flight. The results are shown in figure 31 where the total fuel
loss during simulated flight is plotted against the meximum pressure differ-
ential across the vent that is encountered at any time during the flight.
This figure shows that the effect of the various baffle arrangements and
vent sizes is simply to increase the maximum pressure differential. The
higher the pressure differentisl the lower the fuel loss will be.

Previous investigations have indicated that perhaps the most promis-
ing method for elimination or reduction of entrainment losses is tank -
pressurization. Studies have shown (ref. 79) that tank pressurization to
0.2 pound per square inch would virtually eliminate entrainment losses
for a fuel with a Reid vapor pressure of 2 pounds per square inch.

evse



3543

CV-7 back

NACA TN 3276 51

For additional information on the subject of fuel vaporization and
entrainment losses, the reader 1s referred to references 2, 76, 79, and
80.

CONCLUDING REMARKS

The primary obJjective of this report is to collect available fuel
data useful to the fuel-system designer; therefore, the original contri-
butions of the report are rather limited. Perhaps the most importent
contribution is the survey of jet fuels, which shows clearly the range of
variation in fuel properties the designer must consider in fuel-system
problems. The effects of external influences such as pressure and tem-
perature on many of these properties are illustreted. In addition, an
effort is made to indicate adequate methods by which some easily measured
fuel properties may be used to predict other properties more difficult
to determine by lasboratory messurement.

Tebles, charts, and equations are included to assist the designer,
but it should be recognized that much of this information is empiricel
and as such should be used with discretion. In addition, many fuel prop-
erties are discussed only briefly and generally, since specific data are
not available. These cases obviously represent areas where further in-
vestigation would be helpful to the designer.

Each subject treated in this study has been condensed to yield what
18 believed to be the most useful of the existing data related to fuel-
system degign. It is recognized, however, that in many problems a broader
treatment of a given subject may be required. For this reason the in-
clusion of references is deliberately liberal In order to provide the
reader additional sources of information.

Lewis Flight Propulsion Laboratory
National Advisory Committee for Aeronmautics
Cleveland, Ohio, March 27, 1956
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APPENDIX A

ATRCRAFT FUEL SPECIFICATIONS, THEIR SIGNIFICANCE, AND DEVELOPMENT

Control of chemical composition and physical properties of aircraft
fuels is required to promote aircraft performance and reliability. This
control is exercised through the military procurement specifications
listed in table I. These specifications include restrictions on chemi-
cal composition, physical properties, and combustion properties. Con-
formance with these restrictions is controlled by fuel inspections made
by prescribed test methods. The military fuel specifications require
that tests be run in accordance with the procedures given in the Federal
Test Method VV-I1-791. These methods are for the most part identical to
A.S5.7T.M. procedures.

Chemical Composition

Msjor hydrocarbon classes. - Aircraft fuels are almost entirely made
up of paraffin, cycloparaffin, aromatic, and olefin hydrocarbons. The
paraffins and cycloparaffins are similar in most properties and are often
classed together as "saturates." The aromatics and olefins each have dis-
tinctive properties, and the determination of each is required in mili-
tary fuel specifications. The determination of the saturates is not re-
quired but can be estimeted by the difference between 100 percent and the
sum of the aromatics and olefins.

The aromatics are more strongly adsorbed on silica gel than are the
other hydrocarbon classes, and this property is the basis for their deter-
mination. The test VV-IL-791e-3703 or the A.S.T.M. Proposed Method of
Test for Hydrocarbon Types in Jet Propulsion Fuels by the Fluorescent-
Indicator Adsorption (FIA) Method is made by forcing a small sample down
through a colum of fine silica gel contained in a long, small-diameter,
glass tube. The aromatics are concentrated in the upper zone of the col-
um, and the length of this aromatic-wet silica gel divided by the total
length of fuel-wet gel gives the fraction of aromatics in the sample.

The length of the aromatic-wet segment is determined by use of ultraviolet
light and a fluorescent indicator, which stays with the aromatic compo-
nents of the fuel.

Aromatic concentration is of interest since these compounds have a
greater tendency to form smoke and combustor coke than have the other
common classes of hydrocarbons. The earlier Jjet-fuel specifications at-
tempted to control these combustion characteristics only through limit-
ing the aromatic concentration, but more recent specifications have in-
cluded other combustion-control tests. These will be discussed later.
Aromatics are currently limited to a maximum of 20 volume percent for
JP-1 fuel and 25 volume percent for JP-3, JP-4, and JP-5 fuels.
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Olefins are less strongly adsorbed on silica gel than are aromatics
but more strongly adsorbed than saturates. Therefore, in the FIA method
(VVL-791-3703) they appear as a middle zone and can be determined in the
same way as eromatics. Olefins can also be estimated from their bromine
number (VVL-791-3701 and A.S.T.M. D-1158) since they are the only class
of hydrocarbons that react easily with bromine. The relation between
bromine number and percent olefin is glven by

Percent olefin = Bromine pumberxmolecular welght

160
No significant amounts of olefins are found in virgin (i.e., uncracked)
fuels, but large amounts are formed in cracking processes. Cracked fuels
may contain over 50 percent olefins. The bromine-number procedure is not
completely specific tqwards olefins (see the asppendix to A.S.T.M. D-1158);
therefore, Jjet fuels may have bromine numbers of 1 to 3 even in the ab-
sence of olefins.

A bromine-number meximum was included in the earlier Jet-fuel speci-
fications, not because olefins were undesirable components, but because
olefins were often accompanied by very small amounts of reactive diolefins.
These latter compounds tend to form gum in storage. For a while there was
a tendency to minimize the importance of the bromine number; however, the
most recent specification (MIL-F-5624C) places a maximum of 5 percent on
the olefin content. This limit requires that jet fuels either be made from
nearly virgin stocks or that they be treated to remove excess olefins.

Minor components. - The concentrations of several minor components
are limited, either directly or indirectly, since these are known or be-
lieved to adversely affect aircreft performance and reliabllity. These
components include: (1) sulfur compounds, (2) gum and gum-forming com-
pounds, (3) water-soluble components, and (4) sodium-containing compounds.

It is previously indicated that a variety of sulfur compounds may be
present in aircraft fuels in small concentrations. Many of these are in-
nocuous; but two types, mercaptan sulfur and free sulfur, are closely
restricted by the specifications. Total sulfur is also restricted but at
g higher concentretion level.

Total sulfur is determined by burning the fuel and measuring the
amount of sulfur oxides that are formed. The fuel is burned in a lamp
(VV-L-791 5201.5 or A.S.T.M. D90), and the oxides determined either volu-
metrically or gravimetrically. It is believed that, in jet fuels, total
sulfur is obJjectionable only in that the oxides formed during combustion
mey have some tendency to corrode hot engine parts. Total sulfur up to
0.4 percent is permitted in the current specifications; this value is suf-
ficiently high to permit practically all refinery-produced fuels to pess
the specification without special treatment for sulfur removal.
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Mercaptans are a particular type of orgenic sulfur compound with
8lightly acidic properties. They can be qualitatively detected by shak-
ing a sample of fuel with sodium plumbite reagent followed by adding =a
pinch of sulfur (VVI-791-5203.2 or A.S.T.M. D484) or quantitatively de-
termined by titration with standard silver nitrate solution (VVL-791-5204
or A.S5.T.M. D-1219). The former is called the "doctor test,” and a fuel
that is "doctor sweet" has a mercaptan concentration sufficiently low to
very easily pass the specifications. Mercaptans have notoriously foul
odors and also attack cadmium plate and some types of synthetic rubber.
For these reasons, they are limited to a maximum concentration of 0.005
percent mercaptan sulfur in the current fuel specifications.

Free sulfur present in fuels corrodes copper. This property is the
basis of the test (VVL-791-5313 or A.S.T.M. D-130) in which a polished
copper strip is suspended in the fuel for 3 hours at 212° F. Only a
alight tarnish is permitted. The test is sensitive to very small but un-
known concentrations of free sulfur and is included in the fuel specifica-
tions to protect fuel systems.

Gums are resinous, nonvolatlle components and are permitied only in
trace amounts. Concentrations are expressed in terms of milligrams per
100 milliliters or roughly thousandths of a percent. The aircraft fuel
specifications require the determination of both existent gum, that is,
gum already present, and of potential gum, that is, gum in the fuel after
an accelerated aging test. The gum is determined in either case by evap-
orating samples to dryness under a jet of superheated (450° F) steam and
measuring the weight of residue (VVL-791-3302.3 or A.S.T.M. D-381). Ex-
istent gum is determined in the sample as received and potential gum after
the fuel has been artificially aged by holding for 16 hours at 212° F under
an oxygen pressure of 100 pounds per square inch (VVL-791-3354.3 or
A.S.T.M. D-873-49). The current JP specifications limit the existent gum
to 7 milligrams per 100 milliliters and the potential gum to 14 milligrams
per 100 milliliters. These limits have been set to ensure that fuél,
elther fresh or aged, does not contain apprecisble quantities of materials
that will foul fuel-system components or deposit in the vaporizer tubes of
vaporizing combustors. The accelerated aging test is belleved to be equiv-
alent to storing a fuel in drums for 1 to 2 years in the desert. Gum by
eilther test may be soluble or insoluble; presumably the insoluble gum is
more objectionable as to its effect on fuel-system components. However,
the current specifications do not differentiate between.these two, and

only total gum is measured.

The water-tolerance test has been a part of aviation-fuel specifica-
tions for some time and is used to exclude water-soluble components (such
as alcohols) from such fuels. The test is made by sheking 80 milliliters
of fuel and 20 milliliters of water in a graduated cylinder and observiag
the volumes of each phase after settling (VVL-791-3251.4 or A.S.T.M.
D1094). No more than 0.5 milliliter change in the fuel volume is per-
mitted. This test has been asmended to require that no scum or suspended
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matter be formed at the fuel-water interface. This change was made be-
cause 1t was found that fuels which gave filter fouling in service usual-
ly showed & scum or lace at the lnterface., This scum 1is believed to be
due to the presence of trace amounts of sodium soaps that may be responsi-
ble for filter clogging. Objections have been raised to the amended test,
since some potentially attractive additives will form scum even though
they do not cause fillter clogging. However, the scum test remains as an
interim control until a more direct measurement of the filter-clogging
tendency of fuels is developed.

Physical Properties

Volatility. - The volatility of aircraft fuels is measured and con-
trolled through distillation and either Reid vapor pressure or flash
point. Distillation gilves date indicative of the over-all volatility of
the fuel, while the other two tests measure the initial tendency of the
fuel to vaporize. The volatility specifications for aircraft fuels have
been established with consideration of both engine and airframe require-
ments and of avallability. It is believed that highest engine perform-
ance could be obtalned with engines designed for and run on high-
volatility fuels. Such fuels would, however, require tank pressurization
with airframe penalties which would more than overbalaence the gains in
engine performance. The design of the airframe fuel system would be eased
by the use of fuels of low volatility; however, this would complicate en-
gine design. PFuels of very low volatility might also have obJjectionably
high viscosities and freezing points. Therefore, the specified fuel vol-
atilities are a compromise between englne and alrframe requirements with
full consideration for availability, since the petroleum industry cannot
supply large quantities of narrow-boiling-range fuels.

Distillations are run with 100 milliliters of fuel in a clasely pre-
scribed apparatus and at a carefully controlled rate. Vapor temperatures
are recorded for various percentages distilled (VVL-791-1001.7 or A.S.T.M.
D-86). Since the distillation is run in a relatively simple apparatus
and with a2 small degree of fractionation, the resulting data do not di-
rectly glve much of the information that would be useful. For example,
this distillation does not give the fuel temperature for initial boil-
ing, does not isolate any of the fuel components or indicate their boil-
ing point, and does not give the true final bolling point of the fuel.
However, the distillation bhas been run in substantially the same manner
since 1921 and, because of its reproducibility and many years of wilde usage
has developed into & most significant test. Many empirical correlations
have been developed relating distilletion to a variety of fuel properties
and to engline performance.

The current jet-fuel specifications control the distillation 20-
percent, 90-percent, and final boiling points (table I). Meximums are
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set at the 20-percent point to eliminate "dumbbell" fuels, that is, fuels
blended from stocks of widely differing volatility. The 90-percent and
final-boiling-point 1limits are to control the concentrations of high-
boiling materials, which might present problems in regerd to engine
performance.

The front end of the distillaetion curve gives some measure of the
initial tendency for a fuel to vaporize; however, this tendency can be
more precisely evaluated from either the Reid vapor pressure or the flash
point of the fuel. The Reid vapor pressure is determined in a bomb in
which 1 volume of fuel and 4 volumes of air are sealed off and raised to
100° ¥ (VVL-791-1201.4 and A.S.T.M. D-323). This pressure, in pounds per
square inch absolute, i1s the vapor pressure of a partially air-saturated
fuel at a vapor-liquid ratio of 4. The Reid vapor pressure of a fuel is
slightly less than the true vapor pressure at 100° F but usually within
10 percent. The specifications require JP-3 fuel to have a Reid vapor
pressure of 5 to 7 pounds per square inch and JP-4 fuel a Reid vapor pres-
sure of 2 to 3 pounds per square inch (table I). The higher values of
these limits were set to control the pressure developed in fuel tanks and
the losges that may result in flight. The lower limits ensure that fuels
have sufficient volatility for engine starting. As previously mentioned,
the airframe and engine have conflicting requirements as to volatility,
and narrow ranges of Reid vapor pressure are specified to facilitate the
design of both. )

Reid vapor pressure is not specified for JP-1 and JP-5 fuels, but in
its place there is a flash-point requirement. The Reid vapor pressure
would be well below 1 pound per squere lnch for both types of fuel, and
the flash point provides a more sensitive Indication of the initial tend-
ency of these fuels to vaporize. The flash point is the temperature to
which a fuel must be heated ta generate sufficient vapor to form & flam-
meble mixture. Several methods have been used for this determination,
but the one required for aircraft fuels is the Tag closed-cup procedure.
In this procedure, the sample is slowly heated in a closed container and
a smell flame periodically directed through a port therein until the
lowest temperature is found at which the vapors will ignite (VVL-791-
1101.4 or A.S.T.M. D-56). For aircraft fuels, this temperature is also
the temperature at which the fuels will have a vapor pressure of approxi-
metely 10 millimeters of mercury. Minimum flash points of 110° and 140°
F are specified for JP-1 and JP-5 fuels, respectively (table I), these
limits having been set to minimize the explosive hazards in bulk storage.
As shown in an earlier section of this report, these fuels still present
flammability hazards at altitude and In combat.

Liquid properties. - The physical properties, other than volatility,
that are limited by the aircraft fuel specifications are gravity, vis-
cosity, and freezing point. These are not independently variable proper-
ties since, for hydrocarbons and especially for conventional fuels from
petroleum, fuels can have only narrow ranges of gravity, viscosity, and
freezing point for a given volatility.
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Gravity is determined with a hydrometer (VVI-791-401.3 or A.S.T.M.
D-287) either at 60° F or corrected to this temperature by use of tables.
Gravity 1s expressed in ©API, and specific gravity can be determined from
APT gravity (fig. 1). For a single grade of aircraft fuel (JP-4, e.g.)
the greatest posslible range of gravity from extremes of crude sources and
refinery processing would be sbout 12° API. This is equivalent to varia-
tions in specific gravity of @bout X3 percent of the midvalue.

Kinematic viscosity is determined by timing the rate of fuel flow
through & capillary under a gravity head and at controlled temperatures
(VVL-791-305.2 or A.S.T.M. D-445). The results are usually expressed in
centistokes (centistoke = 0.0l stoke). If the driving force through the
caplllary is a pressure rather than a gravity head, then gbsolute viscos-
ity is determined; this has the unit of poise or centipoise (0.0l poise).
Stokes can be converted to polses by multiplying by the density of the
fuel at the temperature of the test.

Viscosities vary more widely than do gravities for & given grade of
fuel. Maxime of 10 (-40° F) and 16.5 g-soo F) centistokes have been set
for JP-1 and JP-5 fuels, respectively (table I). These limits were estab-
lished because the pressure drop through fuel systems increases with in-
creasing viscosity, and an attempt was made to eliminate fuels of very
high viscosities.

The freezing point i1s the temperature at which crystals are f£irst
formed upon slowly cooling a fuel (VVL-791-1411.3 or A.S.T.M. D-910).
The specifications require a freezing point of -76° F or below for all
avietion fuels except JP-5, for which ~40° F is permitted (table I).

The reasons for specifying a maximum freezing point are obvious, but the
required limits are sometlmes questioned. The British require only a
-400 F freezing point in jet fuels. The current freezing-point require-
ment 1s one of the more difficult specifications for some refineries to
meet, especially for less volatile fuels of the JP-1 and JP-5 types.

Combustion Properties

Two combustion properties are controlled in the current specifica-
tions; these are the heats of combustion and the carbon-forming tendencies
of fuels. Heats of combustion are measured either directly or indirect-
ly through correlations with other properties. Carbon-forming tendencies
are controlled through a combination of volatility anrd a lamp test. These
specifications are discussed below.

Heat of combustion. - Minimum values for the net, or lower, heats of
combustion are required in the aviation fuel specifications. The net heat ,
is the amount of heat released when liquid fuel is burned to yield ges-
phase wgter and carbon dioxide. Experimental measurement is made by
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burning about 1 gram of seample in & bomb under 25 to 40 atmospheres of
oxygen and measuring the temperature rise in a calorimeter (VVL-791-
2502.3 or A.S.T.M. D-240). This procedure requires carefully controlled -
experiments and calibration and, when properly run by skilled personnel,
is reproducible to about 60 Btu per pound. However, reproducibilities

of this order are not easily obtained; therefore, the specifications per-
mit this determination to be waived, and in its place require that fuels
meet & minimum aniline-gravity product. The aniline-gravity product is
the product of the aniline point in YF and the gravity in OAPI; and, as
previously shown, a quite precise correlation exists between it and heats
of combustion. The aniline point is the lowest temperature at which a
1l:1 blend of fuel and aniline is miscible. This point is easily deter-
mined (VVL-791-3601.3 or A.S.T.M. D-611).

~£75¢2

While the maximum possible range of heating values that can be ob-
tained for hydrocarbon fuels is quite small, the extreme importance of
getting the most avallable heat into a fuel tank has resulted in minimum
heating-value specifications. These require that JP-4 fuel have a mini-~
mum net heat of 18,400 Btu per pound or a wminimum aniline-gravity product
of 5250 and that JP-5 fuel have wminimums of 18,300 Btu per pound or 4500
aniline-gravity product (table I).

Carbon-forming tendencies. - Jet fuels, otherwise meeting fuel spec-
ifications, can vary widely in their tendency to form smoke and combustor
coke. TFor this reason, a burning quality test has been added to the
specifications in the form of the smoke point. The smoke point is the
meximum height, in millimeters, at which a fuel can be burned in a stand-
ard wick lamp without smoking (VVI-791-2107). Clean-burning fuels have
high smoke points, and fuels with high carbon-forming tendencies have low
smoke points. A minimum smoke point of 20 millimeters is specified for
JP-5 fuel (table I). For JP-4 fuels, the correlation between combustor
coke and a combined function of smoke point and volatility is better than
the correlation with smoke point alone. This function is called the smoke-
volatility index (SVI) end is defined as

SVI = smoke point, mm + 0.42 (percent boiling point below 400° F in
A.S.7.M. distillation)

A minimum SVI of 54 is required for JP-3 and JP-4 fuels (table I).
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APPENDIX B

ACCURACY OF SEVERAL CORRELATING METHODS
B-1 Specific Gravity as Function of Temperature

Specific gravities to 450° F and inspection data for eight fuels have
been determined (ref. 12). These experimental data were compared for four
fuels with the specific gravities calculated by the methods of references
1, 8, and 11 and the simple linear equation (4) of this report. The pro-
cedures of references 9 and 10 could not be checked because both require
viscosity data that were not available. The experimental and calculated
results are shown in figure 32. The deviations of the several methods are
shown in figure 33. It appears that, over the temperature range covered,
there is little difference in accuracy among the several methods. All
appear accurate within about 2 percent. Equation (4) is more easily ap-
plied and can be recommended for this reason alone up to 400° F. At higher
temperatures this equation yields systemstically high results; consequent-
ly, one of the other methods should be used. Which of these is preferable
is not known.

B-2 Reld Vapor Pressures of Blends

A simple linear relation appears to hold between the Reld vapor pres-
sures of blends and the fraction of each component in the blend (eq. (6)
of this report). This is shown in figure 34(a) by NACA data for several
blends of aviation gasoline components. It is further shown in figure
34(b) (NACA date) for heavier stocks such as JP-1, JP-3, and JP-4 fuels
and for a l-pound stock mede by cutting the light ends  from a JP-3 fuel.
The deviations from a straight line are usually within the 1imits of ex-
perimental measurement.

B-3 Accuracy of Equations (10) and (12) in Estimating True
Vapor Pressures of JP-4 Fuels

Although equations (10) and (12) were derived from date for gasolines,
their use for JP-4 fuels appears Justified on the basis of a few experi-
ments in NACA laboratories. In these rather cursory tests, the vapor pres-
sures of three JP-4 fuels were measured at three temperatures in a Reld
vapor-pressure bomb (v/1 =4). The results were corrected to a v/l ratio
of zero using equation (15) and are compared in the following table with
calculated values:
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Tempg;ature, Vapor pressure, 1b/sq in. .

Slope = 12.3 Slope = 7.6 Slope = 3.9
Observed{Calculated|Observed |Calculated |Observed. |Calculated)

100 3.2 3.6 3.0 3.1 2.8 2.9
150 7.4 7.1 6.9 6.7 6.5 6.7
190 ———- —_——— -——— —— 11..1 12.1
200 14.6 13.0 14.3 135.1

Two of the JP-4 fuels used in these tests were selected becsuse of
their unusually high 10-percent-point slopes compared to most gasoline-
type fuels. An examination of numerous fuel-inspection sheets indicates
that the slopes for gasolines vary up to a maximum of 4, whereas JP-3
fuels vary up to 6 and JP-4 fuels have slopes as high as 12.
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B-4 Correlation of Gas-Solubility Data

Reference 25 lists Ostwald coefficients for several gases in a varie-
ty of solvents and often over a range of temperatures. Inspection of
these data showed that, at constant temperature, the coefficient increases
with a decrease in the specific gravity of the fuel and also that, for a
given fuel, the coefficient increases with increase in temperature. Since
for a given fuel specific gravity decreases with increasing temperature,
it appeared that the Ostwald coefficient might be related to the specific
gravity of the solvent at the temperature at which the solubility is being
determined. By so doing, the influence on solubility both of varying the
fuel specific gravity at constant temperature and of varying temperature
for a single fuel might be covered. Accordingly, Ostwald coefficients
were plotted ageinst the specific gravity of the fuels and lubricants at
the temperature of solution using equation (4) to estimate these gravities
at the different temperatures. These plots are shown for oxygen, nitrogen,
and air in figure 35. The points shown are all for petroleum fractions;
the pure-hydrocarbon data gave a greater scatter. The straight lines from
figure 35 along with equation (4) were then used to calculate the effect
of 60° F specific gravity and temperature on gas solubility as shown in
figure 12. The accuracy of the correlations given in figure 12 may be
estimated by the scatter of date from the lines drawn in figure 35.

B-5 Effect of Varying Initial Temperature on Heat of Combustion

The effect of varying temperature on heats of combustion can be cal-
culated from the difference between the heat content of the reactants and
the heat content of the products as the temperature is raised from the
reference value to higher values. This difference is small compared to -
the heats of combustion of fuels. Data sufficiently precise for this
calculation are availeble only for pure hydrocarbons.
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In order to illustrate the magnitude of the effect of temperature,
heats of combustion were calculated over a temperature range from 77° to
1000° F for isooctane (2,2,4-trimethylpentane) and benzene using data
from reference 19. Over this temperature range the maximum difference
in heating value is about 45 Btu per pound for isooctane and 15 Btu per
pound for benzene as shown in figure 36. These differences are within
the accuracies usumslly obtained in the experimental determination of this
property.

REFERENGES

1. Maxwell, J. B.: Data Book on Hydrocarbons. Second ed., D. Van
Nostrand Co., Inc., 1951.

2. Anon.: CRC Handbook. Coordinating Res. Council, Inc., 1946.

3. Blade, 0. C.: National Annual Survey of Aviation Gasoline and Avia-
tion Jet Fuel, 1954 Production. Rep. of Investigations 5132, Bur.
Mines, Apr. 1955.

4. Blade, 0. C.: National Annual Survey of Aviation Gasoline and Avia-
tion Jet Fuel, Oct. 1951 Production. Rep. of Investigations 4889,
Bur. Mines, May 1952.

5. Blade, 0. C.: National Annual Diesel-Fuel Survey, 1950. Rep. of
Investigations 4746, Bur. Mines, Nov. 1950.

6. Blade, O. C.: National Annual Diesel-Fuel Survey, 1951l. Rep. of
. Investigations 4830, Bur. Mines, Oct. 1951.

7. Blade, 0. C.: National Annual Diesel-Fuel Survey, 1952. Rep. of
Investigations 4935, Bur. Mines, Dec. 1952.

8. Nelson, W. L.: Determining Densitlies of Oils at High Temperatures.
0il and Gas Jour., vol. 36, Jan. 27, 1938, pp. 184-185.

9. Jessup, R. S.: Compressiblility and Thermal Expension of Petroleum
Oils in the Range 0° to 300° C. Jour. Res. Nat. Bur. Standards,
VOl- 5, 110. 5’ NOV. 1930, PP. 985_1039-

10. Thiele, E. W., and Kay, W. B.: Densities of Hydrocarbon Mixtures.
Ind. and Eng. Chem., vol. 25, no. 3, Aug. 1933, pp. 894-898.

11. Watson, K. M., Nelson, E. F., and Murphy, George B.: High Tempera-
ture Expansion of Petroleum Fractions. Oil and Gas Jour., vol.
35, no. 12, Nov. 12, 1936, pp. 85-91.




62

1z2.

13.

14.

16.

17.

18.

19.

20.

z2l.

22.

23.

24.

NACA TN 3276

Rothenberg, A. J., Edwards, Hollis, and Woodell, E. W.: Volatility
Characteristics of Eight Types of Turbine Fuel at Temperatures to
450° F. Rep. No. ING ER-176, Thompson Products Inc., June 15, 1954.

Hollimsn, W. C., Barker, M. G., and Potts, Nancy: Survey of Commer-
cial Aviation-Gasoline Characteristies, March 1947 Production.
R. I. 4273, Bur. Mines, May 1948.

Bridgeman, Oscar C., and Aldrich, Elizabeth W.: Vapor Pressure Data
on Distillate Fuel 0Oils. Rep. 879-52R, Res. Div., Phillips Petro-
leum Co. (ASTTA No. 89943.)

Bridgeman, Oscar C., and Aldrich, Elizabeth W.: Fuel Calibration for
Prediction of Evaporation ILosses at Altitude. Rep. 903-53R, Res.
Div., Phillips Petroleum Co. (ASTIA No. 25648.)

Warfield, Calvin N.: Tentative Tebles for the Properties of the
Upper Atmosphere. NACA TN 1200, 1947.

Sweeney, W. J., Blackwood, A. J., and Guyer, W. R. F.: Report on
Aviation Gas Turbine Fuels. Paper presented at Nat. Aircraft
Propulsion meeting Inst. Aero. Sci. (Cleveland) , Mar. 28, 1947.

Sanderson, R. T.: Viscosity-Temperature Characteristics of Hydro-
carbons. Ind. end Eng. Chem., vol. 41, no. 2, Feb. 1949, pp. 368-
374.

Rossini, Frederick D., et al.: Selected Values of Properties of
Hydrocarbons. Circular 461, Nat. Bur. Standards, Nov. 1947.

Hibbard, R. R., and Schalla, R. L.: Solubility of Water in Hydro-
carbons. NACA RM E52D24, 1952.

Krynitsky, John A., Crellin, John W., and Carhart, Homer W.: The
Behavior of Water in Jet Fuels and the Clogging of Micronic Filters
at Low Temperatures. NRL Rep. 3604, Jan. 11, 1950. (NRL Problem
No. CO1-10D, BuAer Problem No. TED NRL-pp-502.)

Crempton, A. B., Finn, R. F., and Kolfenbach, J. J.: What Happens
to the Dissolved Water in Aviation Fuels? Preprint No. 104, SAE,
1953.

Griswold, John, and Kasch, J. E.: Hydrocarbon-Water Solubilities at
Elevated Temperatures and Pressures. Ind. and Eng. Chem., vol.
34, no. 7, July 1942, pp. 804-806.

Ridenour, W. P., Weatherford, W. D., Jr., and Capell, R. G.: Solu-
bility of Gases in Molten Paraffins and Microcrystalline Waxes.
Ind. and Eng. Chem., vol. 46, no. 11, Nov. 1954, pp. 2376-2381.

eyse



3543

NACA TN 3276 . 63

25. Bridgeman, Oscar C., and Aldrich, Elizabeth W.: Tabulation of Gas
Solubilities in Hydrocarbon and Other Non-Aqueous Solvents.
Phillips Petroleum Co., Apr. 5, 1954. (Revised Jan. 18, 1955.)
(ASTIA No. 84791.)

26. Francis, C. K., and Bennett, H. T.: The Surface Tension of Petro-
leum. Ind. and Eng. Chem. vol. 14, no. 7, July 1922, pp. 626-628.

27. Teylor, H. S., and Taylor, H. A.: EFElementary Physical Chemistry.
Second ed., D. Van Nostrand Co., Inc., 1937, p. 172.

28. Petersen, C. C.: Studies to Determine the Electrical and Physical
Properties of Fuels. A.F. Tech. Rep. No. 6224, Armour Res. Founda-
tion of Illinois Inst. Tech., Oct. 1950. (Purchase Order No.
33-(038)-3793, E. 0. No. 601-301.)

29. Bartberger, C. L.: Preliminary Report on Effects of Fuel Character-
istics on Capacitor Type Fuel Quantity Gages: Analysis of Armour
Research Foundation Data on Fuel Characteristics. Rep. No. NAES-
INSTR-4-51, Aero. Instr. Leb., U.S. Naval Base Station (Phila.),
Feb. 5, 1951.

30. Smyth, C. P., and Stoops, W. N.: The Dielectric Polarization of
Liquids. IIT - The Polarization of the Isomers of Heptane. Jour.
Am. Chem. Soc., vol. 50, no. 7, July 1928, pp. 1883-1890.

31. Dornte, R. W., and Smyth, C. P.: The Dielectric Polarization of
Iiquids. X - The Polarization and Refraction of the Normal Paraf-
fins. Jour. Am. Chem. Soc., vol. 52, no. 9, Sept. 1830, pp.
3546-3552.

32. Cogliano, Joseph A., and Jessup, Ralph S.: Final Report on the Rela-
tion Between Net Heat of Combustion and Aniline-Gravity Product of
Aircraft Fuels. Rep. 2348, U.S. Dept. Commerce, Nat. Bur.
Standards, Mar. 18, 1953.

33. Cragoe, C. 8.: Thermal Properties of Petroleum Products. Bur.
Standards, Nov. 9, 1929. Miscellaneous Pub. No. 97.

34. Watson, K. M., and Nelson, E. F.: Improved Methods for Approximating
Critical and Thermal Properties of Petroleum Fractions. Ind. and
Eng. Chem., vol. 25, no. 8, Aug. 1933, pp. 880-887.

35. Spakowski, Adolph E.: Pressure Limits Flame Propagation of Pure

Hydrocarbon-Air Mixtures at Reduced Pressure. NACA RM ESZH1S5, 1952.

36. Jones, G. W., et al.: Research on the Flammability Characteristics
of Aircraft Fuels. WADC Tech. Rep. 52-35, Wright Air Dev. Center,
Wright-Patterson Air Force Base, June 1952. (Contract AF 33(038)
50-1293E.)




64

37.

38.

39.

40.

41.

42.

43.

46.

47.

NACA TN 3276

Anon.: CFR Handbook. Coordinating Res. Council, Inc., 1944, p. 63.

DiPiazza, James T., Gerstein, Melvin, and Weast, Robert: Flammebility

Limits of Hydrocarbon-Air Mixtures. Reduced Pressures. Ind. and
BEng. Chem., vol. 43, no. 12, Dec. 1951, pp. 2721-2725.

Hsieh, M. S., and Townend, D. T. A.: An Examination of the Mechanism
by Which "Cool" Flames May Give Rise to "Normal" Flames. Pt. II.
The Inflammsble Ranges of Higher Paraffin Hydrocarbons in Air: The
Establishment of "Cool" Flame Ranges at Ordinary Temperatures and
High Pressures. Jour. Chem. Soc., 1939, pp. 341-345.

Jackson, Joseph L.: Spontaneous Ignition Temperatures of Pure Hydro-
carbons and Commercial Fluids. NACA RM E50J10, 1950. (See also
Ind. and Eng. Chem., vol. 43, no. 12, Dec. 1951, pp. 2869-2870.)

The Associated Factory Mutual Fire Insurance Cos.: Properties of
Flammable Liquids, Geses, and Solids. Ind. and Eng. Chem., vol.
32, no. 6, June 1940, pp. 880-884.

Altman, Robert W.: The Storage Characteristics of Fuels Under Severe
and Moderate Climatic Storage Conditions. Tech. Rep. No. 5636,
A.A.F., Air Materiel Commend, Wright Field, Dayton (Ohio), Sept. 25,
1947.

Altman, Robert W.: The Storage Characteristics of Fuels Under Severe
and Moderate Climatic Storage Conditions. A.F. Tech. Rep. No.
5636, Supplement 1, Wright Air Dev. Center, Wright-Patterson Air
Force Base, Dayton (Ohio), Dec. 1954.

O'Hara, J. W., and Elliott, E. R.: Investigation of the Effect of
Mercaptan Compounds in Jet Engine Fuels on Metal and Rubber Mate-
rials. AFEL-1138, Aero. Eng. Lab., Naval Air Materiel Center
(Phila.), Sept. 26, 1950.

Paige, H., and Ketcham, S. J.: The Effects of Naphthenic Acids on
the Corrosion Behavior of Aluminum Alloys in Fuel Tanks. Rep. No.
AMI, NAM AE411049, Pt. I, Naval Air Material Center, Aero. Materials

Leb., Apr. 13, 1951.

Sneed, Richard W.: Study of the Correlation of Fuel Acidity with
Corrosion of Metals Used in Aircraft Fuel Systems. Memo. Rep.,
Materials ILab., Headquarters Air Materiel Command, Apr. 17, 1951.

Sneed, R. W., and Altman, R. W.: Studies of the Corrosion Character-

istics of Jet Propulsion Fuels. Memo. Rep., Alr Materlel Command,
Wright-Patterson Air Force Base, Dayton (Ohio), June 25, 1951.

evse



3543

NACA TN 3276 65

48. Lundblad, C. E.: Investigation of the Effect of Certain Jet Fuel
Impurities on Rubber Components in Aircraft Fuel Systems. Memo.
Rep., Eng. Div., Power Plant Lab., Headquarters Air Materiel
Command, Apr. 21, 1950.

49. Anon.: Low Temperature Pumping Characteristics and Physical Proper-
ties of Aviation Gas Turbine Fuels. Prepared by the Analysis Panel
on Low Temperature Turbine Fuel Data of Civil Alrcraft Fuels Per-
formance Group, Aviation Fuels Div., Coordinating Res. Council,
Inc., June 1, 1949.

50. Rothenberg, A. J.: One Twentieth (1/20) Scale Filter Tests and Low
Temperature Investigation on Fuels Selected by Coordinating Research
Council. Rep. No. Ing. ER-149, Inglewood Lab., Thompson Products,
Inc. (Cleveland), Apr. 9, 1951.

51. Williams, C. G.: Fuels and Lubricants for Aero Gas Turbines. Jour.
Inst. Petroleum, vol. 33, no. 281, May 1947, pp. 267-306.

52. Anon.: Engineering and Development Test (Climatic Hanger Cold) of
Fuel System of P-80B Airplane. Ietter Final Report on APG Project
No. 4-48-5-CHC, Eglin Air Force Base, May 25, 1948.

53. Bloomguist, C. R., DeMuth, F. F., ILee, J. C., and Teichman, O. E.:
The Effect of Fuel-Carried Dirt and Ice on Turbo Jet Power Control
Systems. A.F. Tech. Rep. No. 6441, Armour Res. Foundation of
I1linois Inst. Tech., U.S. Air Force, Alir Materiel Command, Sept.
1950. (Contract No. AF33(038)-6494, E. 0. No. R540-74.)

54. Coward, H. F., and Jones, G. W.: Limits of Inflammebllity of Gases
and Vapors. Bull. 279, Bur. Mines, 1939.

55. Goodger, E. M., Cadman, P., and Murchie, I. A.: Protectlon of Air-
craft Fuel Tanks Against Explosion Hazardes Uslng Inert Combustion
Products. College Rep. No. 85, The College of Aero. (Cranfield),
Oct. 1954.

56. Welss, Solomon, and Pesman, Gerard J.: Bibliography of Unclassified
Aircraft-Fire Literature. NACA RM E9HO3, 1948.

57. Gardner, A. J.: An Introduction to the Thermal Problems of Turbojet
Engines for Supersonic Propulsion. Trans. A.S.M.E., vol. 77, no.

58. Keusch, R. B.: DIEffect of Supersonic Flight on Power-Plant Installa-
tion Systems. Trans. A.S.M.E., vol. 77, no. 5, July 1955, pp.
721-726.




66 NACA TN 3276

59. Mclellan, C. H.: An Investigation of the Melting of Bodies Due to "
Aerodynamic Heating. Trans. A.S.M.E., vol. 77, no. 5, July 1955,
pp. 727-733.

60. Adams, H. W.: Temperature Problems of Equipment in High-Speed Air-
craft. Trans. A.S5.M.E., vol. 77, no. 5, July 1955, pp. 735-740.

61. Makowski, J., and Whitney, V. L., Jr.: Personnel and Equipment
Cooling in Supersonic Airplanes. Trans. A.S.M.E., vol. 77, no. 5,
July 1955, pp. 741-746.

ePse

62. McFarland, R. A.: Human Problems Assoclated with High-Speed and
High-Altitude Flight. Trans. A.S.M.E., vol. 77, no. 5, July 1955,
pp. 747-758.

63. Hoff, N. J.: The Thermal Barrier - Structures. Trans. A.S5.M.E.,
vol. 77, no. 5, July 1955, pp. 759-763.

64. Gerard, George: Some Structural Aspects of Thermal Flight. Trans.
A.S.M.E., vol. 77, no. 5, July 1955, pp. 765-77L.

" 65. Steinbacher, F. R., and Young, Louis: Problems in the Design of
Alrcraft Subjected to High Temperature. Trans. A.S.M.E., vol. 77,
no. 5, July 1955, pp. 773-778. 2

66. McCafferty, Richard J.: Analytical Investigation of Fuel Temperatures
and Fuel-Evaporation Losses Encountered in Long-Range High-Altitude
Supersonic Flight. NACA RM E53E25, 1953.

67. Jeffs, George W.: Fuel Va.porization in ILong-Range Ram-Jet Missiles.
Rep. No. AL-1005, North Am. Aviation, Inc., Mar. 7, 1950.

68. Geniesse, J. C., and Reuter, Raymond: Reaction-Velocity Constants
of 0il Crecking. Ind. and Eng. Chem., vol. 24, no. 2, Feb. 1932,
pp. 219-222.

69. Walters, E. S., Minor, H. B., and Yabroff, D. L.: Chemistry of Gum
Formation in Cracked Gasoline. Ind. and Eng. Chem., vol. 41, no.
8, Aug. 1949, pp. 1723-1729.

70. Mclean, C. D., and White, H. M.: Thermal Stability of Gas Turbine
Fuels. Bimonthly Prog. Rep. Wo. 3, Calif. Res. Corp., Sept. 30,
1954. (Air Force Contract No. AF 18(600)-152.)

71. Barringer, C. M.: Stability of Jet Fuels at High Temperatures.
Preprint No. 526, SAE, 1955.



S049

CV-Y backK

NACA TN 3276 67

72.

73.

74.

75.

76.

77.

78.

79.

80.

McKeown, Anderson B., and Hibbard, Robert R.: Effect of Dissolved
Oxygen on the Filterability of Jet Fuels for Temperatures Between
300° to 400° F. NACA RM E55I28, 1955.

Heath, D. P., Hoffman, C. W., and Reynolds, J. H.: Stability to Burn.
Preprint No. 527, SAE, 1955.

Crampton, A. B., Gleason, W. W., and Wieland, E. R.: Thermal
Stebility - A New Frontier for Jet Fuels. Preprint No. 525, SAE,
1955.

Nixon, A. C., Cole, C. A., and Minor, H. B.: The Effect of Composi-
tion and Storage on Laboratory Propertles of Jet Fuels. Preprint
No. 524, SAE, 1955.

Anon.: Altitude Performance of Gas Turbine Fuels of Varying Vola-
tility. Final Rep., Aviation Fuels Div., CRC, Inc., Apr. 1951.
(Contract No. NOa(s) 10555 and Amendments 1 and 2, U.S. Navy Bur.
Aero.)

Rothenberg, Arthur J.: Surface and Interfacial Tension and Foam
Stability of Jet Fuels. Rep. No. Ing. ER-125, Inglewood Lab.,
Thompson Products, Inc. (Cleveland), Mar. 1, 1950.

Ross, Sidney: The Inhibition of Foaming. Rensselaer Polytech.
Inst. Bull., Eng. and Sci. Ser. No. 63, May 1530.

Derry, L. D., Evans, E. B., Faulkner, B. A., and Jelfs, E. C. G.:
Vapour and Air Release from Aviation Fuels. Jour. Inst. Petroleum
(London), vol. 38, no. 343, July 1952, pp. 475-514; discussion,
pp. 515-525. ’

Finn, R. ¥., and Kolfenbach, J. J.: Memorandum on Volatility Aspects
of Jet Fuel. Res. Div., Esso Labs., Standerd 0il Dev. Co., Sept.
12, 1952.




TABLE I. -~ SPECIFICATIONS OF ATRCRAFT FUEL3

Speoifioation HIL-F-55724 MIL-¥-B616 MIL-F-56240
Fuel grade o 91/962 100/130 115/146 JP-1 , JP-3) JP4 JP-5
A.8,T7.M. distillation DB8-62, °F
Peroentage evaporated
10 167 {max) 187(max) 167 (max) 187 (max) 410(max) | cemmmcoe f cmmmeeeo 400{max)
20 - - - - - - 240{max) 220{max) | ~emmmmmm
40 167{min} 187(min) 167(win) 187{min) | =-ememnn - - -
30 221 (max 221 (max 221 (max 221(max) | wemm——-- 350{!:&::3 570(max) | s=e=-aa-
' 20 27%(max 275(pex 276(max 273 {max 490(-“! 470(max 470(max) | —=—--m-
End point 356(max 30 (max 338(max X33(mEx 572(max —————— ———————— 860 (max)
Sum of 10- and S0-pervent polnte 307(min 307(min 507 (nin 307(min r————— - -
Residue, percent 1.5(max 1.85{nex 1.5{max 1.5{xex 1.5Em; 1.5 m; 1.5 nax} 1.5{mx3
Loss, percent 1.5(max 1.8(max 1.5(max 1.5(max 1.6(max 1.6{max 1.5(max 1.5(max
Freezing point, °F . -76(max) -76(rax) -78{max) | -76(max) -78{max) ~76(max) -76({max) -40(max)
Reid vapor prassure, lb/Bq in. 6.6 to 7.0 | 5.8 to 7.0 2.5 to 7.0 5.5 80 7.0 | ==m————n 5.0 to 7.0 | 2.0-3.0 | ====re—e=-
Arcmatios, percant by volume = | —memmmrn | mmmmmee | emmemere ] e 20.0(max) 26.0(max) 25,0{max) 26,0(max)
Bromine number Tt L TSI [T - et e = = 5,0({max) 5.0(max) 5.0(mx 5.% )
Total sulfur, percent by weight 0.06{max) | 0.05(max) 0.05(max) 0.08(max) 0.20(max) 0.40(max) o.ggém 0.40{max)
Meroaptan sulfur, peraent by welght | w--me-coe | ccmmmcaaa B [V (RS, 0.006(max) | 0.006(max) | 0.00b(max)
Exdstent gum, mg/100 ml 3,0 mu; 3.0 mx} 3.0 mg 5.0 ng 5.0?::&:; 7.0 mﬁx 7.0(max) 7.0(max)
Potentlal gum, mg/100 ml 8.0(max 6.0(max 8.0(max 6.0(max 8.0({max 14 .O(max} 14, mﬂ 14.0{max)
Heat of combustion, Btu/lb 18, 700(min)| 18, 700(min) 1adoo(n1n) 18, oogm:m) -------- lB,LOO(mj(n) 18, 400(min) | 18,3500 (min}
Anliine-graylity product 7500{min} | 7500{min} | 7500{min} | 10,000{minj | =wm——=m- ses0{min) | 5250{min} | 4500{min}
Gravity, 609/60° F
Specific | meememsene | emmmmemen | mmmmmmemen | meeeeeeeee 0.850(max) | 0.780 to 0.802 to 0.845 to
0.729 0.7651 0.788
Lo N N B el Kttt BT e T T T T T 50 to 80 45 to 67 36 to 48
Visooslty, centistokes
~300 F — — - -] mmmoem wom | —messemee ) eeemeee | 28.5(max)
~40°F ) e ——— - ~=-| 10.0(max) | —wsmam——
Smoke-volatility index e | mm—————— -- - - 54.0{min) Bi.0{min) | —-o-meooe
Smoke poinb, Tm 00000 | mmmememeen emmmmeseen | cmemmcenee ] cmee cemeee mm—mmmmme | mmmm——— —_ 20{min)
Plash point, ¢ 000 | cmmemmee | e eeen | mm—————— ——————— 110{min) | =e;mememe | mm———— - 140(min)
Explosiveneas, persent =0 | ~-eemmmaeeo I I —— | mmm——————— —mmmmmeie | mmmeemeee | e o (misl
aOGtu.un number .,
[} " L] * x
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TAHLE II. - CHROWNCLOQGICAL DEVELOPHENT OF JP-4 SPECIFICATION
Date Jan., 1347 |Dec. 12, 1847 | Mar. 50, 1948 | Jan, 28, 1950 Hay 23, 1981 Dac. 7, 1953 | May 18, 1988
New deglgnation HII-P-5824 HIL-F~5824A HIL-F-5624B HIL-P-5B24C
0ld designation AN-F-58 AN-F-88a AN-F-58a
Fuel grade Proposad JP-3 JP-3 JP=3 JP-3 JP-3 JP-4 JP-4 JP-4
A.3.T.H. distillation Da6-52, “F
Parcentage evaporated
i 2 e e L L N e S e 280(wax) | mm=m;mem [ cmmemea
20 e e B et S T B T T T D e 270{max 290(max
%50 D B I e e 370(max 370{max
g | eemmaea- 425(min 400(min 400(min 400{min} | ===----- 470(max 470(max
End point 550 to 800 | 600(max 800(max 800 (max 500(max S50(max) | =emmemem | memmmeaa
Rsgidue, pereent =000 | emeeeo 1.6(max 1.5(max 1.6(max 1.8(mex 1.5(max 1.5;-&::2 l.Bfm
Toes, pergant 1 mmeaseea 1,6(max) 1,.8(mex) 1. 8({mar) 1.6{max) 1.58{max) 1.S(max) 1.5(max)
Freoeing point, °OF -76(max) —78(mpax) -76(max) -TB(m)’ ~76(max) =76{mnx} -76fmax ~76(mpax)
Reid vapor preassurs, lb/uq in. 5.0 0 8.0 5.0 to 7.0 5.0 to 7.0 5.0 to 7.0 5.0 to 7.0 2.0 to 3.0 2.0 to 3.0 2.0 to 8,0
Avomatios, percant by volums 30(max) 30(oax 25 mxg 28 {max 25(max aﬁme 28 (mex) 2%(max)
Bromins number =00 | ecmmemaaa 14(mex 30(max 30 30(max 50(mex) | --=-m—m- 5. mxg
Total aulfur, paresnt by welght 0.5(mx) 0.5({max) 0,8{max) o Tﬂmix) o.oégu) 0.4 (max) 0.4(mmx) O.4(mnx
Mercaptan sulfur, perasnt by welght |  -——--mm=  § —mmmeccn | cmmmconl | mmmmme—an 0.005(max) | 0.006(mex 0.005(;ax) 0.005{max)
Existent gum, mg/100 ml s.ogmax} 10.0;-:.-1:: 10.0;m.u.x2 1o.o;mz 1o.o§mz 10.0 mx) .omaﬂ“ 7.053&1::)
Potential gum, mg/100 ml §.0(max) 20.0\max 20.0(wax) £0.6({max) 20. Oy, 2.0\ max 14.0{max) 14.0{max)
Heat of combustiocd, 15,400(xin) | 10.200(min) | 18,400(min} | 18,400(min) | 18,480(min)| 16,400(min) | 15,400(xin) |18,400(min)
Aniline-gravity t —] - - e T B o Bttt «--| 6,260(min}" | 6,260(min)
Gravity, 60%/809 F
Speoific ——— 0.728 to 0.728 to 0.738 to 0,747 o 0,789 to 0,761 to
. 0.602 . 802 0.8a5 0.802 .802
o emmmea- SR [ 85 to 45 63 to 45 8% to 46 88 to 40 8% to 45 57 to 48
Viscosity, ocentistokes .
-400 P 8.0(max) 10.0(max) | wem—omm | mmamen B [ o - -
1000 F 0.8(min) B e (RS - R ol —
Smoke-volatlility index ~——— —~— —————— 54.0(cdn) 54.0{min)

9l2¢ NI, VOVHR
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TABLE ITT. - PROPERTIES OF TYPICAL JP-5 STOCKS AND A 115/145 AVIATION

GASOLINE AND SPECTAL BLENDS OF THESE COMPONENTS

115/145|JP-5 |1/3 By volume |JP-5 [1/4 By volume
sample |115/145 and |sample |115/145 and
a8, 2/3 by volume |ap 3/4 by volume
JP-5 A Jp-5 B
A.S.T.M. distillation, D86-52, OF
Percentage evaporated
Initial point 16| 360 136 357 142
5 132| 373 166 371 192
10 S 141f 382 191 375 230
20 154 399 237 385 289
30 167| 409 291 393 338
40 181 419 351 402 371
50 198 429 396 411 394
60 209| 439 418 421 407
70 219 449 431 433 420
80 231| 459 445 448 436
90 248| 473 463 464 457
End poimt 327| 502 496 502 499
Freezing point, OF <-76 -48 -66 - -60
Reid vapor pressure, 1b/sq in. 6.2 --- 2.7 —— 2.0
Aromatics, percent by volume 0.5 14.3 10.0 14.0 13.4
Hydrogen-carbon ratio 0.190| 0.160 0.169 0.156 0.164
Heat of combustion, Btu/1b 19,070(18,600 18,750 | ===—- 18,670
Anitine-gravity produet = | ————-- 6,271 7,661 | =~=-- 6,925
Gravity, 60°/60° F
Specific 0.693| 0.815 0.777 0.808 0.785
OAPT 73| 42.2 50.7 43,5 48.7
Flash poimt, o%# = | —eee- 140 <-30

8samples of JP-5 fuel used in the above blends differed slightly.

eg¥se
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TABLE IV. - DETATLED REQUIARMENT3 FOR FURL OILsdrP

3543

Fuel coil, nurber?® Plash | Pour Water Carbon Ash, par-| Distillation temperatures, op Kinematic viacoaity, dravity, | Corrosion
point, | point, | and real- asnt by aantistokes, at - OAPI, at 122° @
s , sedi- due on weight, 10-Pergent | 90-Fercent| End mini- (60° 0)
winl- | maxi- | ment, 10- - point, point, podnt, 100° » 122° F mum
- mim par- pargant mam rawdraym [Theb)i] maxd-
cent bottoms, mn Maxl-|Minl- [Maxi-| Mini-
by percant, mn |mum e om
voluma, maxl-
mum
A distillate 01l in-
tanded for vaporie-~
14 lng pot-type burners 100 or o] Trace 0.18 —— 420 — 625 2.2 Ll === - =1:] Pass
and otbsr burners re- legal
[&uirins this grads of
el
A distillate oll for
genaral-purpose do- 100 or | 920 0,10 0.38 - — 876 — 4.5 came | eee | - 28 ———
2 ¢ mestio heating for legal
uge in burners nct .
requiring number 1
(fuel a1l
An oll for burnar in-
stallationes not 150 orf 20 ¢,B0 —— 0.10 —— ——— - 26.4| 6.8 «r= - _— ———
equippad with pre- legal
eating facllitiss
(A vesidual-type oil .
= ¢ for burner instslla- 10 or | w~=e 1.00 ——— 0.10 —_— ~—— -— —--=1 32,1 | 81 - - ——
ticoes equipped with legal
sheating facilitiaes
An o1l for use in
burners aquipped
8 ¢ with preheeters per- 180 -—- 2.00 -—— —— - -—- -— mme=] =m-s | 828 9g - ————
mitting & high-
\viacoaity fuel J

£A.8.F.H, D39B-48T,

Begeusa of the necessity for low-sulfur fuel oils used in conmection
special uses, a sulfur requireaent may be spsoified in

a Other sulfur limits may be specified
It im tha intant of these

or ar
& pour p

4r pour points
nt lower than 0°

oul{b mitnal agre
alasnifinstions -b.ag failurs g
lower grade unless in fact it mests all requiremsnta of the lower
may bae specified whanever required by oonditions of atorage or

F under any sonditions.

Puel oil, mumber|

Sulfur, max.
percent

RE»~Oo-

0.5
1.0
Ho lmlt
No limdt
No limit

waat AT Normidvamanbk af o o4

ooent betwsen the purchaser and th
VoL BT

Uy @iy IOQULTsRDSNe o1

L]
o
o g g

grada.

aellar,
doaa

with heat treatment, nonferrous metal, glass, and ceramic furnacea, and other
acoardance with the following table:

not automatically plaae an oil in the next

usej howavar, these speclfications shall not require

9/2¢ NI VOVN
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TABLE V. - TYPICAL INSPECTION DATA FOR MIL-F-5616 (JP-1) FUELS

Semple A B C D E F G H I J
A.5,7.M. distillation DRE-52, OF
Percentage eveporated
Initial point 353 346 320 323 338 336 326 310 320 320
10 366 360 334 333 362 365 334 320 334 246
20 - = ——— 338 386 3560 340 322 340 ——
30 —— - -— 347 369 365 344 328 344 —-—
40 —— -—— -—— 347 373 370 348 328 350 —-—
50 386 384 352 351 517 375 352 332 355 383
60 —_— —- -—= 57 381 381 362 336 361 -—-
70 - - —— 364; 387 387 372 340 370 -
a0 — ——— - 374 393 394 385 346 384 ————
g0 421 420 393 94 404 405 410 358 406 448
.End point 445 448 438 429 424 446 460 403 458 496
Repldue, percent —— —— _——— —— 1.8 1.0 l.2 1.0 1.0 1.2
Loss, percent ——- —— ——— —~— 0 1.0 0.3 0 0 0.5
Freezing point, °F <76 | <~76 | <76 | <76 | <80 | <768 | —=m-== <76 | === | <=76
Arometicse, percent by volume
A.8.T.M. D875-46T 15 15 7 8 memm |15 | mm——— 18.5 ---= 119.58
8ilica gel el Bl Il et LT T I E R PR 16 14.0 | ===
Total sulfur, percent by welght | 0.0L | C.0L [ 0.0l |0.016 |0.0& |[0.023 | ~=ma- <0.05 | 0.04& | 0.03
Existent gum, mg/100 wl 5 3.0 ~mm= | =me=— | 0.8 1.0 | -==== ] =~==—- 2.5 ————
Potential gum, mg/100 ml mrme | e | e | —e— 2:0 |0 | eee-- 1.0 |44 | eem-
Gravity, 60°/60° P
Specific 0.834 | ©0.835 | 0.800 | 0,802 | 0.832 | 0.831 | 0.796 | 0.786 | 0.796 | 0.811
OAPT 38.2 | 38 45,3 | 44,8 |38.5 | 38.7 |46.2 |4B.5 |46.2 | 43.0
Viscosity at -40° F, cenbtistokes | ---- | 5.85 | 5.85 [5.8L [5.685 |6§.2 ———= [ ==== 5.5 8.97
Flash point, OF e | mmee (112 112 | ——— e e -

E752
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TABLE VI. - TYPICAL INSPECTION DATA FOR MIL-F-5624C (JP-3) FUELS

A

Sample A B C D B
A.S.T.M. distillation D86-52, °F
Percentage evaporated
Initial point 117 118 116 113 111
10 178 144 149 169 172
20 205 153 164 198 215
30 226 166 181 218 245
40 246 ls4 200 236 271
50 267 205 224 254 297
60 292 229 262 270 323
70 322 306 346 293 349
80 363 426 403 324 385
90 415 468 438 388 425
End point 487 500 485 473 488
Residue, percent 1.0 1.3 1.0 1.0 -|1.0
Loss, percent 1.0 0.7 1.5 1.2 1.0
Freezing point, CF <-76 <-76 | -~-- <76 | ===
Reid vapor pressure, 1b/sq in. 5.8 5.6 | 6.3 | 6.2 [5.7
Aromatics, percent by volume
A.S.T.M. D875-46T 10 ——— e -~ ——
Silica gel 9 —— — 7.0 7.0
Bromine number 0.5 1.0 —-—— 3.0 0.5
Total sulfur, percent by welght 0.1 0.025 | ~-- 0.06 |0.07
Existent gum, mg/100 ml 1.0 1.9 | ~--- 0.5 |0.5
Potential gum, mg/100 ml 5.0 1.0 —-—- 15.8 |3.4
Heat of combustion, Btu/Ib 18,680 | ~==~- -—— 18,765|18,675
Gravity, 60°/60° F
Specific ) 0.748 | 0.737| 0.739 | 0.742 [0.756
OAPT 57.7 60.5 | 60.0 | 59.2 [55.7




TABLE VII. - TYPICAT INSPECTION DATA FOR MIL-F-5624C

(JP~4) FUELS

Semple A B ¢ D E F
A.B.T.M. distilletion D36-52, “F
Percentege eveporated
Initial point 148 130 137 ——— 140 137
10 218 235 250 240 250 195
20 255 —— —— —— —— 219
30 268 ——— ~—— ——— ——— 238
40 319 ——— ——- - ——— 256
50 349 340 344 - 376 276
60 378 ——— - ——— - 296
70 409 —— -— - - 319
80 44, —— - - - 349
90 475 408 413 —~— 456 402
End point 561 482 - 460 480 487
Resldue, percent L.l 1.0 1.5 el 1.2 1.3
Loss, percent 1.0 1.0 0.5 - 1.3 0.7
Freezing point, °F <-76 <-76 | <~76 |<=76 |<-76 |<-76
Reid vepor preseure, lb/sq in. 2.1 2.3 |2.3 |2.8 3.2 2.6
Aromatles, percent by volume
A.8.7.M. DA75-46T - 17.5 | 14.7 |15 13.3 | ---
Silica gel 25 mmme | mm— | - ———— (9.7
Bromine number 8.0 1.7 1.46 | 1.0 0.8 1.5
Total sulfur, percent by weight | 0.1 0.013 | 0.014 [ 0,08 | 0,041 [0.0
Mercapten sulfur, percent
by welght L e B “w=w [ 0Q,0007]0.003
Existent gum, mg/100 ml 11 1.0 1.0 1.0 3.4 8.0
Potential gum, mg/100 wl 15 2.3 |10 |23 |4.6 [12.0
Heat of combustion, Btu/lb 18,500 | === | ====- ———— | e 18,725
Gravity, 60°/60° F
Specific 0.793 | 0.777 | 0.779 | 0.790 | 0.790 |0.756
OAPT 46.8 50.5 | 50.0 |47.5 |47.5 |55.7
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TABLE VIII. - VARIATIONS ¥

CV=-10 back

PHIBICAL PRCPERTIES AMCNG JET FUELS

5543

JP-1 Ip-3% JP4P JPE
Mmbar of |[Mini- | Maxi-|Arith- |¥umber of| Hini- | Maxi-|Arith- |Number of (Mini-~ | Maxl-|Arith- [doober of [Hini- | Maxi-|Arith-
Tuels . wm  |metlo |fuels | ] mm |motic [fuels | 1. ] mum  (matia  |fuele - mm  |(metie
eraraged everags |averaged average [averaged avarags |averagod aversgs
4.9.7.K. distilletion DBE-52, °F
Parcantage svapordted
Initial peint 73 270 350 328 L] &7 118 108 23 1e2 1e8 144 ag 52 378 188
10 T8 527 389 47 38 116 208 1e4 23 183 a‘is 216 64 568 411 0
20 - 332 388 383 - 140 282 201 5 205 288 "0 19 381 418 404
40 54 30 420 62 15 184 380 288 -- — — —— — -— — —_
SQ 138 4 454 70 58 205 427 303 25 282 381 319 3 414 4 428
830 71 ¢4 468 407 38 588 493 437 25 Is2 453 £28 45 406 5a7 475
End point 71 400 530 LT1] 39 435 Eeo 497 as Hl 522 4087 ;18 478 560 511
Fraering point, °F - n—— <78 P ] —_ —_— <78 <-78 —~ . =77 <-78 36 -0 -40 -49
Reid vapor preseure, lb/uq in. _— —— ——— ——— 38 b.1 7.0 8.8 25 2.5 5.0 2.6 - Ll -—— ——
Arcmatics, percent by volume 22 7 19.6 14.2 ae 4.3 19.2 1i.2 a3 8.8 17.9 11.5 83 Tk 22.0 1.6
Bromine wumber 18 0.4 2.8 1.1 20 0.1 17.0 2.%34 R o] 3.33 1.89 83 0.5 £.0 2.2
Total sulfur, percent by walght 23 0.0l |<0.05 | 0.038 30 0,017 |0.49 0.08 23 0.015 [0.B27 0.08 81 0.025 |0.49 0.1%
Heroaptan luifnr, gmcnt by wolght - P —r—— - 0 0.005 | 0.0008 23 Q,0001(0.004 | 0.0016 =5 0.0002|0.008 | 0.0014
Existent gux, m;/l ul 16 0 5.0 1.87 7 0.5 9.8 5.2 12 0.2 3.8 1.5 47 0.1 8.4 2.2
Potential gum, mg/100 ml 1e 1.0 8.0 5.08 ] 1.0 148.¢ T.d 8 0.8 5.0 2.1 87 0.3 17.1 4.4
Hydrogan-sarbon ratio 14 0,143 [0.188 0,153 =9 0.161 0,178 | 0.188 17 0.147 (0.164 0.184 e Bl Pt
Hert of oombustion, Btu/lb 13 18,308(16, 659 18,479 32 18,442|19,002( 18,710 25 18,504 (18,545 | 18,878 89 18,435 (18,654 | 18,582
Aniline-gravity product - | me— = | 22l - il i e} [ttt - BEED |87 | 8851 E9 ario |eebr | soht
Gravity, 60%/600 F
greuifio 88 0.784 |0.838 | 0,810 L] 0.729 |0.799 | 0,760 o 0.760 |0.801 | 0.773 62 0.808 [0.8dz | 0.821
APT -— 419.0 57.7 43.1 - BR.7 [|46.8 84.7 23 B4.8 5.2 Sl1.5 - 45.8 |38.8 9.8
Antline point, OFP - Bl et B H 118.8 |152 1%4.8 23 124.0 |144 155.8 “ 138 183 139
Visaosity, aentistoken
500 7 -- e e ———— - [EVNOUDTI, (R R 16 2.4 5.3 5.28 e P Pt ——
-40° P 20 5.85 |9.65 7.62 23 1.77 |86 2.681 -— [ e -] 10,1 |18.7 16.1
Flash polnt, °F 14 1o |1ab 117 -- N e R - el - = 125 9 147

Lot foon raf. 4.
Phata frow raf. 3.
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Jet fuels Fuel oils
JP-1 | JP-3 | JP-4 | JP-5 | No. 1 | No. 2 |No. 4

Bolling points, ©F

Welght average 376 | 290 | 313 | 433 439 511 580

Mean average 377 252 296 | 432 437 506 554

Molal average 376 | 240 | 290 | 431 434 502 547

Volumetric average 374 | 302 320 430 438 508 554
Slope of A.8.T.M. distilletlion curve

10-percent slope, 1.3 | 4,5 (4.7 [2.5 2.6 4.0 3.8

~t

31%6-59 0.6 |3.6 |2.4 |0.9 | 1.2 | 1.6 | 1.9
Cherecterization factor 11,6 (1l.7 |11.811.6 | 1ll.8 | 1ll.7 | 11.0
Moleculer welght 151 | 112 |125 |16é9 174 198 206
Criticel properties .

Temperature, °F 715 | 615 |[842 |[773 770 847 923

Pressure, 1b/sg in. 360 | 754 |530 | 330 328 303 338

SRatimated from ref. 1.
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TABLE X. - VARIATIONS OF FHY3IQAL PROPERTIES OF FIVE GRADES OF FUEL OIL

5543

_an

- _n .
rudl oil, uumber

1 2 [ -1 -1
Wumbor of] Mind- ¥axi- | Arith- | ¥umbar of] MHini=- Waxil-| Arith- | Humsber Mini- Hari-| Arith- |{8ingle |(Single
oamples mm o matic samplas | il mim motla sawples e mum motlo sample)| nampls)
averagod average | wveraged average | avoregad Averagr
A.B.T.N. mtil#um
D8 or D159, °F,
rarcentage avaporated 4
Initial point 87 324 368 360 154 1g 470 578 10 378 470 421 580 | -—---
10 a7 365 418 a8 135 373 511 437 10 422 248 470 700 —————
BO 87 405 475 454 138 448 557 503 9 468 870 554 240 ———
90 87 4“8 BBO 488 135 508 660 &88 10 589 738 857 | === | ——nua
End paint &7 476 [1°1] 540 570 Tz 54l 10 514 760 892 —r— ————
Pour point, °F 4o -g8 -5 -4l 91 -%8 20 -1 15 -30 5 -8 10 R
Avaia i Om ix . an n an . - £
VAU POV, r -t =-fg -1 -20 LUL - o =] —-_ | mmmee | e———- - — -
Sulfur, perosnt by weight 83 0.01 0.81 0,13 132 0.014 0.84 0.284 15 0.2z 2.5% 0.566 0.88 0.81
Qravity, 80°9/80° P
Bpeocifioe — 0.792 0.821 0.813 -—— Q.803 0,884 Q.84R - 0,870 ©.983 0.91B8 0.9%34 0.057
Sypy a7 7.2 40.7 42.5 5 “.7 20.8 8.4 15 31.2 12.4 as 19.9 18.2
Viscosity at 100° P,
aanhimbn 87 1.48 z.18 1.72 124 2.08 4,28 o.84 ix 2.11 47.8 1.7 188 pt.7
Flash palnt, %p 65 128 168 140 128 152 224 187 1B 180 240 205 200 2l4
4nilins paint, °F L3 115 172 148 118 122 178 161 T N - m———m | mm—— ———

4casured at 122° ¥.
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Coefficlent of thermal expanslon, Cg.

7x10~%

3543

72 .76 .80 .84 .88 .92 .96 1.00
gpecific gravity, 80/60° F

Pigure 2, - Coefficlents of thermal expansion for fuels of different 60° F specific gravities.
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Bpecific gravity
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(a) MIL-P-5618 (JP-1) fuel.

Flgura 3. - Variation of apacific gravity with temperature.
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gpecific gravity

cv-11 35843

Kote: Tha 3B saxples ehowno here ware produced in
conformity with en earlier specification, MIT-F-53824A.
The more recent specification, MII~F-5624C, does not

s perxdt es wide a veristion in gpecific gravity as
indigated by curves in this figure.
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Temperature, °F

(b) M-P-b6240 (JP-3) fuel.

Figure 3. - Continued. Veriation of aspecific grevity with temperature,
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Bpecific gravity
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Figure 3. - Continued.

(e} MII-F-56240 (JP-4) fusl.

Variation of specific gravity with temparatura.
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Specific gravity

CvV-1l back 3543
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Figure 3, - Continued. Variasiion of specific gravity with temperature.
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Specific gravity
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Figure 3. - Continued. Variation of sgpacific gravity with temperaturs.
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Jpacific gravity
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(h) Compariscm of fuels.
Figure 3. - Concluded. Variation of specific gravity with temperature.
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88 NACA TN 3276
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() MIL-F-5616 (JP-1) fuel.

Figure 4. - Variation of A.S.T.M. distillation temperatures
for several fuels.




3543

cv-12

NACA TN 3276

Temperature, °F

600
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400

300 > 2\

200

0

100 L

0 20 40 6
Percentage evaporated

(b) MIL-F-5624C (JP-3) fuel. (The fuels represented here were
produced in conformity with an earlier specificgtion,
MII-F-5724A. The more recent specification, MIL-F-5624C,
does n§t rermit as wide variation as indicated by broken
lines.

Figure 4. - Continued. Variation of A.S.T.M. distillation
temperatures for several fuels.
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Figure 4. - Continued. Variation of A.S.T.M. distillation
temperatures for several fuels.
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92 NACA TN 3276

700
Specificationf g
maximim — H
600 -
HH
&
1
e
E 500 N enve ol
‘é, Specificationt LY
[ i HEH HHHHH-
o maxirmm H pverage B =
¢ e inmun envelOPe e
400 B L
pzasis
v
s00 0 20 40 60 80 100

Percentage evaporated
(e) Number 1 fuel oil.

Figure 4. - Continued. Variation of A.S.T.M., distillation
tempergtures for several fuels.
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Figure 4. - Continued. Variation of A.S.T.M. distillation
temperatures for several fuels.
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Figure 4. - Continued. Variation of A.S.T.M. distillation
temperatures for several fuels.
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Figure 4. - Concluded. Variation of A.S.T.M.
distillation temperatures for several fuels.
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Pressure funotion, A, £t

NACA TN 3276
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Pigure 5. - Relation between true vapor pressure and pressure function. (Based on data from
ref, 2.)
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True vapor pressure, 1b/sq in. abs
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Flgure 6. - Variatlon of vapor pressurs with temperature for different values of slope at
A.8.T.M. distillation 10-percent-aveporated point.
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True vapor pressure, lbfsg in. abs
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True vapor pressure, 1b/sq in. abs
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Figure 6. - Continued. Varistion of vapor pressure with temperature for different values of slope
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True vapar pressure, 1b/sq in. abs

200
_ |~
LA
o $oiz
100 g
80 . //’, B T
goi-B = Blope at A.8.T.M. distillation M -
B 10-peroent point, OF/percenti—p.i4 vapor /;:’ |1 /}_/ - %
40‘5 - t'15 B ts T preﬂﬂm, v /’ // //
i 1.0 1 lb/Bq in. P /// &7 //
72 AL AT
S A R
3=y /«f; ,,/r//
10 “ X ] — .«’/
< P AN P o P
e 1", ‘/ 1/
T A P :
P P R P
4 P —
/./%//‘ // /// L~
2 I = A |7
0 20 40 60 80 100 120 140 180 180 200 240 280 320 360 400
Temperature, °F
(&) slope, 6.

Figure 6. - Continued. Variatlon of vapor pressure with temperature for different values of slope .

at A.9.7.M. distilletion 10-percent-evaporated point.

e5e

00T

g)2¢ NI VOWVN



- — e e n —— — — — e e -
—— . —

True vapor pressure, lb/sq in. abs
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True vapor pressure, 1b/sq in. aba
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True vapor pressure, 1b/sq in. abs
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Figure 6. - Concluded. Veriation of vepor pressure with temperature for different values of eBlope
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Figure 7. - Variation of vapor pressure with temperature for different fuels.
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True vapor pressure, Ib/sq in. abs
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True vapor pressure, 1b/sq in. abs
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Figure 7. - Continued. Veriation of vapor pressure with temperature for
different fuels.
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True vapor pressure, 1b/sg in. abs
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Figure 14. - Surface-tension - temperature relations for hydrocarbon
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Figure 16. - Relatlion among heat of cambustion, specific gravity, and aniline

point for bydrocarbon fuels. (Based on refs. 1 and 32.)
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Figure 32. - Comparison of experimental specific gravities and those estimated by
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Figure 33. - Errors in specific gravities estimated by several methods.
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Figure 34. - Effect of composition on Reid vapor pressure.
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Figure 35. - Correlation of Ostwald coefficients with specific gravity.
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